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Abstract

The study of catalysts is motivated by giving a short overview of the huge
and growing energy demand which, at present, is based mostly on a polluting
and limited resource. A transition to sustainable energy is therefore needed
and catalysis plays an important role in balancing out the intermittent nature
of the truly renewable energy sources.

This thesis deals with model systems of catalysts in order to elucidate
the mechanisms responsible for their activity. Two submethods have been
implemented to improve the method of preparing model system catalysts,
and two catalytic systems for splitting water have been investigated with
isotope studies.

Rastered depositions: It is shown how the distribution of nanoparticles
can vary quite a lot across the surface after a deposition. To fix this, stepper
motors now control movement of the sample during depositions so it can be
rastered. This smooths out any variations in the beam of nanoparticles, but
introduces an uncertainty in the calculation of loading. Simulations are used
to show how this uncertainty can be understood and minimized.

Isotope studies: Electrocatalytic water splitting is a sustainable way
of storing energy as chemical bonds, but the reaction is expensive. Nickel-
iron based catalysts are commonly used in alkaline electrolyzers because of
the stability and activity, but the nature of the active site is still under
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debate. Through isotope studies, we show that lattice oxygen is not exchange
during oxygen evolution from which we conclude that the active sites are only
located on the surface of the nanoparticles. Thereby, our well-defined 5.4 nm
NigFe nanoparticles have a turnover frequency of 6:2 1:6s ! at 300mV
overpotential, which is the highest reported in the literature. For polymer
electrolyte membrane electrolysis, thin film electrodes of RuO» are compared
to IrO3 in an ongoing investigation to provide mechanistic insights for oxygen
evolution. We find evidence of oxygen evolution down to 60 mV overpotential
on a RuO; foam, which is experimentally unprecedented. Comparing to thin
films show that there is nothing special about the intrinsic activity, but the
record owes to the high surface area of the catalyst and the sensitivity of
the measurement setup. Initial results from isotope studies indicate that
lattice oxygen exchange is much lower than dissolution processes on RuO;
and that the exchanged oxygen remains close to the surface. On hydrous
IrO2, however, the lattice oxygen exchange is larger than in the RuO; system.
The dissolution processes are on the same scale as the oxygen exchange.
These results are only based on a small subset of the data, though.

Liquid nitrogen-cooled TPD: LNj-cooled temperature-programmed
desorption has been implemented so CO-TPD can be performed on cop-
per nanoparticles. This is to have a characterization method which probes
the reactivity of the prepared model systems for a more complete charac-
terization. The technique is illustrated by three examples: 1) A copper foil
provides a reference that is comparable with the literature. 2) Overlapping
5 nm mass-selected copper nanoparticles show a new peak, which may be due
to unique sites from overlapping nanoparticles, or simply an up-concentration
of natural under-coordinated sites. 3) Intermetallic charge transfer is shown
to weaken the reactivity of palladium atoms in palladium-tin bimetallic al-
loys. Slightly more than 50 % tin content leaves the palladium sites with
binding energies similar to copper.
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Resume

Studiet af katalysatorer bliver motiveret ved at give et kort overblik over det
keempe og stadig voksende energibehov, som for tiden mest er baseret pa
en forurenende og begraenset ressource. Der er derfor brug for en overgang
til vedvarende energi, og katalyse spiller en vigtig rolle i at afbalancere de
vedvarende energikilders sporadiske karakter.

Denne afhandling tager sig af modelsystemer af katalysatorer for at op-
klare mekanismerne bag deres aktivitet. Der er implementeret to underme-
toder som forbedrer metoden at danne modelsystemer af katalysatorer, og to
katalytiske systemer til at splitte vand er blevet undersggt med isotopstudier.

Rasteret deponeringer: Det er vist hvordan fordelingen af nanopar-
tikler kan variere en hel del henover overfladen efter en deponering. For at
fikse det, styrer to steppermotorer nu prgvens bevaegelse under deponeringer,
sa den kan blive rasteret. Dette udligner enhver variation i nanopartikel-
stralen, men introducerer en usikkerhed i udregning af katalysatormeengden.
Simuleringer bliver brugt til at vise hvordan denne usikkerhed kan forstas og
minimeres.

Isotopstudier: Elektrokatalytisk splitning af vand er en beeredygtig made
at gemme energi i form af kemiske bindinger, men reaktionen er dyr. Katalysatorer
baseret pa nikkel og jern bliver almindeligt brugt i alkalinske elektrolysatorer
pa grund af deres stabilitet og aktivitet, men karakteren af det katalytiske
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aktive sted er stadig under debat. Vi viser gennem isotopstudier, at ilt fra
krystalgitteret ikke udveksles under iltudvikling. Fra dette konkluderer vi, at
det katalytisk aktive sted kun befinder sig pa overfladen af nanopartiklerne.
Derved har vores veldefinerede 5,4nm NigFe nanopartikler en omdannelses-
frekvens pa 6:2 1:6s ! ved 300mV overpotentiale, hvilket er det hgjeste
rapporteret i litteraturen. For polymer-elektrolyt-membran-elektrolyse er
tyndfilm af RuO; sammenlignet med IrO; i en igangvaerende undersggelse
af at fremdrive indblik i mekanismerne bag iltudvikling. Vi ser bevis pa il-
tudvikling pa RuOz-skum ned til 60 mV overpotentiale, som eksperimentelt
er uden fortilfeelde. Sammenlignes dette med tyndfilm, ses det, at der ikke er
noget specielt ved den intrinsiske aktivitet, men at rekorden skyldes det hgje
overfladeareal og sensitiviteten af maleudstyret. Forste resultater fra isotop-
studier indikerer at krystalgitteriltombytning er meget lavere end opl@gsnings-
processer for RuO2, og at det ombyttede ilt forbliver teet ved overfladen. Pa
hydreret IrO2 er krystalgitteriltombytningen dog stgrre end i RuO2-systemet.
Oplgsningsprocesserne er pa samme stgrrelse som iltombytning. Disse resul-
tater er dog kun baseret pa en lille delmaengde af dataen.

TPD kglet med flydende kveelstof: Temperaturprogrammeret desorp-
tion kglet med flydende kveelstof er blevet implementeret s CO-TPD kan
blive udfgrt pa kobbernanopartikler. Dette er for at have en karakteriser-
ingsmetode, som prober reaktiviteten af de forberedte modelsystemer for at
give en mere udfgrlig karakterisering. Denne teknik er illustreret med tre ek-
sempler: 1) en kobberfolie giver os en reference, som kan sammenlignes med
litteraturen. 2) Overlappende masse-selekterede 5 nm kobbernanopartikler
udviser en ny top, som kan veere pa grund af unikke steder fra de overlap-
pende nanopartikler eller simpelt en opkoncentration af naturlige underko-
ordinerede steder. 3) Intermettalisk ladningsoverforsel er vist at sveekke reak-
tiviteten af palladium-atomer i bimetalliske legeringer af palladium og tin.
Lidt over 50 % tinindhold efterlader palladium-stederne med bindingsenergier
tilsvarende kobber.
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Introduction

Chapter

My PhD studies were conducted in the SurfCat group at the Technical
University of Denmark. In this group, we study catalysis for sustainable
energy. This chapter is intended to give you, the reader, perspective on why
we study this, and what it is. At the end of the chapter is an outline for the
rest of the thesis.

1.1 World energy and catalysis

In 2005, Richard Smalley gave a talk in which he identified the biggest
problem to focus on fixing: the energy problem." Oil is an excellent energy
carrier, and due to its use for more than a hundred years, it is very efficient.
But not only does it pollute the atmosphere with excess amounts of CO>
that is beginning to affect the climate on a global scale, it is also a limited
resource which will run out in the nearer future if the current use of oil is
continued. Considering these two aspects, the switch to a cheap and
sustainable energy source should be done sooner rather than later."

The problem is, that the energy industry is huge. On a global scale, almost
20 TW of energy is used on average, which is expected to increase to 30 TW
by 2050.%° This means that for any energy technology to be considered a
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viable replacement for the burning of fossil fuels, the scale of production has
to reach 1 TW - aptly called ”"the Terawatt Challenge” by Smalley.* The
only truly viable source of energy on this scale is harvesting the energy
coming from the sun whether directly using solar cells, or indirectly like
using wind mills.

While this now is at a potential that can be scaled up, another problem
remains to be fixed: storing electrical energy. Since wind and solar energy is
intermittent in nature, for an economy to rely on it, we would need to
produce more energy than we need when the sun shines and the wind
blows, and then store it for use when it is dark and still outside. There are
many different options for energy storage and I will here consider only two:
batteries and chemical bonds. Batteries are well known in everyday
household appliances for powering of small units like remote controls,
flashlights and cell phones to name a few. The problem with batteries is the
energy density - they simply get impractically big and heavy when
considered for bigger scales. In recent years, the battery technology
improved to the point where cars can be fully electrified thanks to the
lighter lithium-ion batteries. While a large fleet of electric vehicles is being
considered as a link in smoothing the intermittency of sustainable energy
sources, simply the scale of materials needed for this fleet”, makes it
impossible for this to be the single solution to energy storage. Chemical
bonds as energy storage is the what we mostly use now when burning fossil
fuels. Since hydrocarbons are liquid at room temperature, this form of
energy is easily stored. A form of clean energy stored in chemical bonds can
be found by splitting water in electrolyzers to produce hydrogen and
oxygen. By feeding electricity and water into the electrolyzer, the energy is
now stored in the hydrogen-hydrogen bonds and the oxygen-oxygen bonds.
The electricity can then be extracted at a later point by running the reverse
process in a fuel cell where hydrogen and oxygen combine to form water
again. This is described in a little more detail in chapter 4. There are
mainly two problems with this solution: 1) hydrogen is difficult to store in
its pure form, requiring very high pressures or very low temperatures, and
2) every time we convert the electricity to chemical bonds or back, we lose
some of the energy. For this reason, Smalley did not believe in an economy
built solely on hydrogen.*



1.1. WORLD ENERGY AND CATALYSIS

There are however ways around this, as described nicely by Seh et al.” One
example is the decentralization of chemicals where clean electricity can be
used to form hydrogen which can immediately be used to form other
chemicals which may either be used directly (such as ammonia for fertilizer)
or is stored more easily (like hydrocarbons). (Electro)catalysts are used to
enable all these conversion pathways, and the efficiency of the processes
depends intrinsically on the catalyst and extrinsically on the final
engineered system. In this group, we focus mainly on the different aspects
of the hydrogen economy by figuring out how catalysts work so we can
make them better and use the knowledge to discover new catalysts.

As a final note to the preceding discussion: given the availability of
materials” needed to meet the Terawatt challenge, it is unlikely for one
single technology to be the solution to the world energy problem. Most
likely, it will be the concerted contribution of many different technologies
that will meet the energy demands of the world.

What is catalysis

A catalyst is something that increases the rate of a reaction without itself
being consumed by the reaction. There are various forms of catalysis, and
we focus mainly on metallic heterogeneous catalysts. Figure 1.1 illustrates a
reaction that takes place on the surface of a catalyst compared to the case
where the catalyst is absent. For two reactants, A and B, to form a product,
P, they must physically meet and interact long enough to overcome the
energy barrier that is between their initial state (A and B) and their final
state (P). By adding a catalyst which reacts strongly enough with the
reactants that they adsborb on its surface, another reaction pathway is now
possible in which the adsorbed reactants react to form a product. This new
catalytic pathway has the benefit that it is easier for reactant to meet on a
two-dimensional surface than in a three-dimensional space, and, more
importantly, the catalyst weakens the electronic structure of the
reactants *® which decreases the energy barrier to the final state of the
product. The optimal catalyst will be the one that binds the reactants just
right.  If the catalyst binds the reactants too weakly, they will never stick
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potential energy

P

catalyst
bonding reaction separation

v

reaction coordinate

Figure 1.1: Tlustration of a catalytic reaction. Two reactants, A and B, meet on
the surface of a catalyst where they react to form the product, P. The energy barrier
for the reaction to proceed on the surface of the catalyst is much lower than if the
reaction was to proceed in the absence of the catalyst. Reprinted from [°].

to the surface and react to form the products. Alternatively, if the catalyst

binds the reactants too strongly, they will definitely stick to the surface, but
the formed products will also bind so strongly to the surface that they will

not leave it again. Thus, no new reactants can come to the surface and the
reaction rate is just as bad as for the weakly binding catalyst.

Since catalysis takes place on the surface of materials, understanding of how
catalysis works came through surface science studies which were able to
pinpoint the active sites where the reaction proceeds on catalysts. This,
coupled with density functional theory (DFT) being able to explain current
trends and predict new ones, has really sped up the process of properly
understanding catalysts. *°
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1.2. STRUCTURE OF THE THESIS

1.2  Structure of the thesis

The majority of my work has been focused on the synthesis and
characterization of nanoparticle model systems using a gas-aggregation
source coupled to a ultra-high vacuum (UHV) system in order to provide
useful insight to the mechanisms of catalysis so that new and better
catalysts can be developed. It is fairly complex to fully understand all the
details of this system and utilize its full potential within a single PhD
study. During my studies, I have strived to better understand the model
systems we prepare with the cluster source and to improve the method.

This thesis will not go through every paper I have published during my
studies, but will be presented in a way that better reflects my attention and
contributions.

Chapter 2 introduces the UHV system and the associated techniques
which I have used to produce the results for the following chapters.

Chapter 3 is technical and focuses on rastered depositions: the
implementation of a new technique at the setup which improves the
quality of the model systems we produce. This was a necessary step
to initiate a collaboration with mainly Daniel Sandbeck and Serhiy
Cherevko at the Friedrich-Alexander-University Erlangen-Niirnberg.
With two different model systems of mass-selected Pt nanoparticles,
we discern the dissolution effect depending on the distance between
nanoparticles as well as their size. My biggest contribution was
implementing the method of rastering in collaboration with Niklas
Mgrch Secher. The Pt stories (paper III and IV) are appended at the
end of the thesis and the main chapter focuses on the method.

Chapter 4 is devoted to isotope studies where I used LEIS to
distinguish between 0 and 80 and discern their involvement in
reactions for two studies: 1) mass-selected NigFe nanoparticles for
alkaline oxygen evolution, and 2) sputter deposited thin films of RuO3
and IrO; for acidic oxygen evolution. The first (paper II) was led by
Claudie Roy and Bela Sebok. I took over sample synthesis and
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characterization for Bela as he finished his PhD, but my main
contribution is the isotope study in collaboration with Sgren Scott.
The second project (paper V and VI) is led by Reshma Rao and
Sgren Scott in a collaboration with Reshma Rao and Yang Shao-Horn
of MIT.

Chapter 5 is devoted to temperature-programmed desorption
(TPD). It was necessary to design a dedicated chamber to do
CO-TPD on copper. This chapter first details the implementation,
then describes some experimental procedures, and finally shows some
preliminary results on 1) Cu foils as a reference to the literature, 2)
5nm mass-selected Cu nanoparticles in search of higher binding
energies, and 3) PdxSn sputter deposited thin films in search of
copper-like binding energies. Anders Bodin guided the
implementation in the initial phase during my Master’s thesis, Julius
Needham did the synthesis and measurements on Cu nanoparticles
under my guidance as part of his Master’s thesis, and Ezra Clark
prepared the PdySn thin films.

Chapter 6 provides a brief summary of the chapters.

I wanted to include the story on the electrocatalytic behaviour of Cu
nanoparticles that make up paper VII and VIII. It has been a main project
in my PhD since the beginning and has been fraught with instability and
frustration. In the last half year, Degenhart Hochfilzer and I finally figured
out why the system behaved as it did. After the details of chapters 3 to 5,
however, I realize that I neither have the time or space to include it in this
thesis.



Method

Chapter

In this chapter, I present primarily the methods I have used to synthesize
and characterize model systems of nanoparticles throughout my projects.
This is to build you a foundation for understanding the results presented in
the following chapters. A short introduction to electrocatalysis is included
at the end as the main method used by my colleagues for measuring the
catalytic performance of the nanoparticles.

2.1  "Omicron"™ UHV system

The setup commonly referred to as ”Omicron” in our group, is a Multiscan
Lab XP ultra-high vacuum system shown in figure 2.1. It consists of two
main chambers: a preparation chamber and an analysis chamber - each
pumped by a turbo pump, ion pump, and titanium sublimation pump. The
analysis chamber holds a sample storage carousel with space for 12 samples
along with characterization techniques XPS, LEIS, SEM, and TPD
described in more detail after this. Auger and scanning Auger spectroscopy
(AES/SAM) and scanning tunneling microscopy (STM) are in principle also
available, but it was not deemed worth the effort to get up and running for
the projects during my PhD. The ion gun for LEIS is differentially pumped
by its own small turbo pump and is connected to a small bottle of helium.
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Figure 2.1:  Overview of the setup called ”Omicron”. On the left: Analysis
chamber with a 12-slot sample stage, XPS, LEIS, SEM, AES/SAM, and STM. On
the right: Preparation chamber with TPD, cluster source, ion gun, and a 3-sample
fast entry loadlock.

On the preparation chamber is a coarser ion gun mainly used for sputter
cleaning samples with argon. A lecture bottle of ammonia is also connected
for experiments at creating nitrogen-terminated defect sites. The chamber
has an antechamber for TPD, a fast-entry loadlock for three samples, and a
nanoparticle generator commonly referred to as ”cluster source”. The turbo
pump is shared between the preparation chamber and loadlock. It is
possible to dose (180)2 and 2C180 into the preparation chamber via leak
valves. A gas wall is also connected to the setup, but as for
AES/SAM/STM, we never dedicated time to revive it.



2.1. "OMICRON” UHV SYSTEM

2.1.1 Sputtering

Sputtering can be translated to ”bombardment with ions”. Generating the
ions may vary from method to method, but generally the ions are then
accelerated in an electrostatic field to a desired energy and then directed at
a surface. The two ion guns on Omicron generate the ions by admitting the
gas to be ionized into a small chamber where a filament emits low-energy
electrons. These will then collide with the gas atoms and knock free
electrons to leave a positively charged ion. The ions are then accelerated,
extracted and focused with electrostatic lenses.

The ion gun on the preparation chamber is an ISE 10 gun that is not
differentially pumped. It is connected to Ar and NHjz via leak valves and is
generally used for sample preparation in sputter cleaning the entire surface
with Ar ions og using ionized NH3 to create nitrogen defects. The ion gun
on the analysis chamber is a ISE 100 Fine Focus gun and is differentially
pumped and connected to He, which is used to generate the signal for
low-energy ion scattering spectroscopy. The ISE 10 is used for coarser
beams and rough treatments that involve the entire sample, while the ISE
100 Fine Focus produces a very focused beam (140 m) which can be
scanned across the sample.

Whether intentional or unintentional, sputtering removes material from the
surface and it is very useful to estimate this amount. The sputter yield, Y,
is a term that denotes how many atoms are sputtered per incoming sputter
ion and depends on the projectile and its energy and the target surface
material. Table 2.1 lists estimated sputter yields for the various
projectile/target combinations used in my projects. Assuming a generic ion
current density i =1 A=cm? and a sputter yield Y = 1, the rate of which
surface atoms are removed is given by

iy 10 6.C, 1 1
R=_'1 _ sCIm? =10 (2.1)
eNa 1:602 10 19L 6:022 10231018 scm
) ion - mol

The removal rate expressed in terms of (pico)meter per second depends on
the mass and density of the sputtered material, X: rx = RM= . For
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Y He Ar Generic sputter rate
1000eV 1000eV  2000eV ‘ (pm/s)
Ti 0.065 0.731 1.023 1.06
Fe 0.150 1.704 2.359 0.71
Ni 0.145 1.682 2.336 0.66
Cu | 0.254 2.821 3.851 0.71
Ru | 0.089 1.632 2.320 0.82
Pd | 0.177 2.389 3.288 0.89
Sn 0.107 1.337 1.823 1.62
Ir 0.055 1.492 2.147 0.85
Pt 0.067 1.542 2.197 0.91

Table 2.1: Sputter yields for various combinations of projectile and targets used
throughout this project. Data retrieved from ref'' which is based on ref'?. Generic
sputter rates are calculated assuming a current density of 1 Acm 2 and a sput-
ter yield of 1atom/ion. Elemental densities and molar masses are from an online

periodic table!®.

Projectile Energy

. . 2
Emission current Sample current’

He 1000 eV
Ar 1000 eV
2000eV

0.1 mA
0.3mA
0.4mA
1.0mA
3.0mA
4.0mA

10.0mA
10.0 mA
10.0mA

4.1nA
11.85nA
15.5nA
41.85nA
104nA

116 nA

177nA

0:8 A

5 A

Table 2.2: Sputter currents measured for various settings. *Note that the sample
current is the total neutralization current when the sample is at ground potential
and is a one-time measurement for He. The asymptotic value is used for Ar.

example, for copper

rCU = =

I o
RMc, 10P55 63:55-5,
cu 8:96 525

10

mol _ 71 19 28 _ g1 P (99
S S
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These rates are added to the last column in table 2.1 for the individual
elements. Seah and Nunney present work on the sputtering of oxide
compounds**, but for the calculations in this thesis, I will assume oxide
sputter rates to equal their metallic counterparts.

Sputter element: He Ar

Energy (V) 1000 1000 2000
Chamber pressure (mbar) 5 10 8 1 10 ® 3:3 10 ©
Focus 1 (V) 745 1 1200
Focus 2 (V) 153 - -
Extract (V) 947 903 1709

Table 2.3: Settings used throughout the project for the three different sputter
conditions.

The effective beam size of helium sputtering depends on the size of the
raster pattern. This is a square with variable side lengths of 0.5 mm, 1.0 mm
(default), 2.0 mm, 4.0 mm, or 6.0 mm. Argon sputtering was conducted with
the conditions described in table 2.3. From a very long sputtering time with
1keV Ar (the sample in figure B.1), the sampleholder next to the sample
was visibly cleaned, and the beam area is roughly estimated from this to be
(1.5cm)2. The beam profile for 2 keV Ar has not been measured, but is
assumed to be similar to 1keV Ar based on not having to move the sample
much in either direction before the sample current would start to drop.

The sputter rate can now be estimated matching the experimental
conditions to the information in these tables. For example, sputtering
copper with 1keV helium rastered (1.0 cm)? with 1.0 mA emission current, T
estimate the sputter rate:

i pm 41:85 10 3 pm A

r=r —_— Y =07T1l— ——— 0264 =0:75— =2
CU "Acm 2 0:7 S 0:12 0:25 0:75 S 3Smin
(2.3)

or in words: a little less than a monolayer is sputtered every five minutes.
In chapter 4, depth profiles are conducted on two different samples to assess
the assumptions concerning these sputter rates.

11
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2.1.2 XPS - X-ray Photoelectron Spectroscopy

X-ray photoelectron spectroscopy (XPS) is a surface-sensitive technique
allowing us to probe the electronic binding energies of the outer layers of a
surface.

By accelerating high-energy electrons towards an anode - usually
magnesium or aluminum - core electrons will be knocked out of the
material, and, as anode relaxes, a spectrum of photons in the range of 0 to
1500 eV are emitted. Almost 100 % of the intensity of this spectrum is
dominated by the K ., line - 1253.6 eV for Mg and 1486.6 eV for Al. These
photons will penetrate 1-10 m of the sample’® where they will be absorbed
by core electrons of the sample by photoemission with a kinetic energy:

Ex=h Ep (2.4)

h is the energy of the photons, Ey is the binding energy of the core
electron, and is the work function between the sample and analyzer.
X-rays at Omicron are generated by a XR 50 X-ray gun with an
unmonochromatized twin Al/Mg anode. Typically the magnesium anode is
used at a power of 12kV / 20mA. The detector is a NanoSAM 7-channel
hemispherical energy analyzer.

By scanning across the spectrum of kinetic energies of electrons emitted
from the sample, you will get a finger print of the sample consisting of its
core electron peaks mapped as a function of binding energy. The spectrum
electron core energy levels for a single element will depend uniquely on the
number of protons and the oxidative state of the atom. This allows us to
gather information about what elements are present and their chemical
state. Data analysis is complicated by background subtraction from
inelastically scattered electrons, overlapping peaks, Auger lines, satellites
and shake-up features. Unmonochromatized laboratory X-ray sources are
characterized by a broad band of photons - Bremsstrahlung - superimposed
on the main K line which gives rise to a background. Furthermore, several
smaller spectral lines besides the main one is also present which gives rise
to satellite peaks. This means that core electron peaks are duplicated with
smaller intensity and energy. However, only the 3 and 4 lines are intense

12
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enough to be visible in most spectra (8 and 4 % intensity relative to the
main K peak) 15 Auger lines are shake-up features in which two electrons
will work together to relax an electron into a core state with the other
being expelled from the material with the excess energy. These lines are
therefore purely dependent of the chemical state of the atom and not the
excitation energy of the photons. These lines are often complex and take up
a rather large portion of the spectrum. Some core electron peaks exhibit
strong shake-up features following the resonance peak, but the background
of inelastically scattered electrons is nearly constant for many peaks and so
a Shirley background is often a fine approximation.'® In the other cases,
one would have to calculate a response matrix to account for the energy
losses. For quantifying the ratio of elements on the surface, one need
relative sensitivity factors which in principle are setup-dependent, but using
a standard database like in CasaXPS gives decent results.

The inelastic mean free path of electrons depend on the kinetic energy,
which for XPS is below 1500 V. This means that all the measured
electrons originate from within a maximum depth of a few nanometers from
the surface. '’

2.1.3 LEIS - Low-Energy Ion Scattering Spectroscopy

Low-energy ion scattering spectroscopy (LEIS) also referred to simply as
ion scattering spectroscopy (ISS) is an extremely surface sensitive technique
allowing us to probe the atomic mass of the elements in the single top
atomic layer(s) of a surface.

The signal from LEIS originates from sputtering a target surface with ions
(usually noble gas ions like He™, Ne*, Ar™, Kr™) and monitoring the
energy of reflected ions at a specific scattering angle. The collision between
the incident ion and surface atom can be described by a classical elastic
binary collision model. The incident ion of a certain energy, Eg, impinges
on the surface where it will collide with a single atom and scatter in a
random direction. The energy retained by the incident ion after the
collision, Ej, will depend on the angle it was scattered, , and the mass of

13
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the surface atom, mg, relative to its own, m;:
(@) S —

cos me sin?
. I .
14 M

The scattering angle is determined by the setup and you choose the type of
incident ion and acceleration voltage, so by measuring the kinetic energy of
the scattered ion, you know all the variables in order to solve equation (2.5)
for the mass of the surface atom, mg. This relation means that you will not
be able to detect elements lighter than the ion you probe with and the mass
resolution decreases drastically the bigger the difference in mass between
the colliding atoms. The big strength of LEIS comes with its surface
sensitivity: When the ions get close to atoms in a solid, there is a very large
probability the ions will be neutralized. This means

The best effort at fitting peaks and backgrounds I have seen so far, is
following the semiempirical model by Nelson'®, which uses a mix of a
Gaussian and Lorentzian to fit the peak shape
Aexp 277259 (1 R) EjEo?
Ip = 5 (2.6)
R(E Eo?2+ W

where A is an amplitude, R is a factor between 0 and 1 determining the
Gaussian/Lorentzian character of the peak, Eg is the peak position at its
maximum, and W is the full width at the half maximum.

The background is modeled similar to core peaks in XPS*'® with the
background from inelastic scattering being proportional to the integral peak
signal. This gives a constant background signal from inelastic scattering of
the main peak. This is modulated by an exponential decay exp( =E) to
capture the neutralization behavior of the inelastically scattered ions.
here, is the exponential decay factor. This is 5 parameters to fit per peak:
A, R, Eg, W, and although the width will be relatively constant for a
given experimental setup and the peak position will lie within a narrow
range per element depending on the magnitude of the signal. The peak

14
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width for Omicron is around 27 eV. Initial efforts at this fitting method gave
good results when applying it manually to a single spectrum, but less well
trying to do it automatically for multiple spectra. Quantification of peaks
in this thesis has therefore been done by subtracting a linear background
and either: 1) integrate the bare signal above the background, or 2) fit a
reference peak to the background-subtracted spectrum. The second method
requires more work, but works wonders at matching the peak shapes.

The sensitivity of LEIS on Omicron, can roughly be estimated to 100 ppm
or 0.01 % of a monolayer. This estimate is based on the following: Pure
clean copper gives a signal of 300000 to 500000 cps (counts per second)
when dosing He into the analysis chamber at a pressure of 5 10 & mbar and
drawing a 1.00 mA emission current from the ionizing filament. If we need
about 50 cps to say with certainty that we have a peak, then the sensitivity
under these conditions is 50=500000 = 0:01 %. The sensitivity thus derived,
will depend on the substrate, the element, and the fluence. The substrate
will the tailing background of inelastically scattered ions: a 50 cps peak on
top of this might very well drown in the background noise. At energies
higher than the substrate peak, however, there is no signal at all (assuming
the substrate is clean, of course). This means that LEIS is very good at
detecting small traces of elements heavier than your substrate. The relative
sensitivity between elements also differs a bit. Usually they are within a
factor two of each other and for some elements it may depend strongly on
the ion beam energy.'” Especially lighter elements seem to be closer to a
tenth of the sensitivity of copper. You may then lower the fluence to reduce
the sputter damage on your sample at the expense of sensitivity, while
increasing the fluence will make you more sensitive to the low signals at
expense of more sputter damage. When working with high ion beam
currents, take care that you don’t make the analyzer measure signals higher
than 500 keps.

2.1.4 SEM/TEM - Scanning/Transmission Electron Microscopy

In electron microscopy, the sample under investigation is bombarded by
high-energy electrons to generate a bunch of signals either one of which can
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be used to generate a map of the sample. The volume in which the
electrons interact with the sample is tear shaped with a narrow region close
to the surface and a bulky part deeper in the sample. Any signal that is
measured is generated in this interaction volume and the size depends on
the energy of the electron beam. Increasing the energy makes the
near-surface neck narrower, but extends the bulky part into the surface.

In scanning electron microscopy (SEM), electrons of low energy (5 - 30keV)
are used since these electrons have a rather small interaction volume close
to the surface. By scanning a focused beam, three signals are often used to
map the surface: secondary electrons, primary electrons, and X-rays.
Secondary electrons are electrons of low-energy that escape the surface and
can easily be pulled in by a weak electrostatic field. They originate from
the top few nanometers of the interaction volume'’ and are therefore more
sensitive to surface geometries, i.e. edges where more sample surface is close
to the interaction volume. Primary electrons on the other hand, are
electrons that penetrate into the sample and back-scatter off a single atom
and escapes from the surface with most of its original energy. These are
directional and require the detector to be placed close to the incoming
beam. The signal is generated in most of the interaction volume and is
more sensitive to the mass of the scattered atom than any local geometries.
X-rays are generated in the entire interaction volume and can be used to
make an elemental map of the surface. This technique is called EDX. The
resolution of the UHV Gemini on Omicron is nominally 3 nm, but requires
the table to float. This requires disconnecting and realigning the cluster
source and is not done without a good reason. The best resolution achieved
without floating the air table is 8 nm and can be used to check substrates
and verify dispersion of particles across the surface.

If the primary energy is increased to 100 - 300 keV, the neck of the
interaction volume gets extremely long and narrow. For thin samples (j
100nm), this means that most of the electrons are simply transmitted.
Transmission electron microscopy (TEM) in bright-field mode is mapping
the directly transmitted signal of a parallel beam of electrons through a
sample. Dark areas will thus correspond to either thick or heavy areas on
the sample with subnanometer resolution. A typical use of TEM with the
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cluster source is to prepare mass-selected nanoparticles on dedicated TEM
grids to get images for a size distribution.

2.1.5 TPD - Temperature-Programmed Desorption

In temperature-programmed desorption (TPD), you let a gas mixture
adsorb on your sample at a temperature, Tg. The gas molecules will adsorb
to various specific sites on the surface with a binding strength that depends
on the electronic configuration of the specific site(s) of adsorption.
Under-coordinated sites tend to bind more strongly, and so molecules
adsorbed to these sites will require more energy to desorb again and the
rate of change in surface coverage, can in general be described by the
following equation®

_ i_ n Edes()
r= = () " exp =

(2.7)

Here, r is the rate of desorption, is the surface coverage of a specific site,

is a preexponential factor, Eqeg is the desorption energy and R is the gas
constant. and Eges may furthermore depend on the coverage making the
equation difficult to solve exactly. But qualitatively, when increasing the
temperature of the surface linearly T = Tp + t, the rate of desorption
increases rapidly when the temperature gets close to the desorption energy.
With a high rate of desorption, the surface coverage will quickly decrease
thereby reducing the rate of desorption again. This means that the signal
from each site will show up as peaks located at specific temperatures as
shown in figure 2.2. Illustrated in the same figure is the effect of varying the
heating rate, . One can fit the experimental spectrum to an assumed
distribution of sites, but if the heating rate is not constant, a single peak in
the ideal case will instead show up as multiple adjacent peaks. This effect is
even worse if the desorption energy decreases with coverage as this will
make the peak much broader.
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Figure 2.2: Modelled desorption for various Eges with = 0:5K/s unless specified
otherwise, = 10'%s !, and n =1 for first-order desorption.

2.1.6 QMS - Quadrupole Mass Spectrometry

A quadrupole mass spectrometer (QMS) can be used for residual gas
analysis and requires high vacuum or better to work. A filament emits
electrons which ionizes the gas molecules near the QMS entrance. By
mixing applying a varying potential across four rods inside the QMS, only
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particles with a specific m=z ratio has a stable path through the rods. By
changing the potentials, the transmitted m=z ratio can be varied. The
transmitted ions can then be measured with a detector. When the gas is
ionized, a fraction of the species will fragment into ionized subspecies
resulting in a cracking pattern that is more or less unique for each
compound.

The mass spectrometer is operated in one of two modes: obtaining a mass
spectrum, or tracking a predefined set of m=z ratios over time. Only one
M=z ratio can be transmitted at a time, so a mass spectrum is obtained by
detecting one M=z ratio and then slowly scanning up to another m=z ratio
to get a spectrum. This takes a little time (depending on the desired
resolution) and is not useful if you expect the gas composition to vary
within the time it takes to get a spectrum. Instead, a set of m=z ratios can
be predefined, which the QMS will track over time by scanning each m=z a
fraction of time before moving to the next in the list. The list is then
repeated continuously until terminated by the user. One has to know what
to look for in order to find a good optimum between tracking enough
masses (M=z ratios) to notice unexpected things and getting a good
resolution for the expected signals. A typical mass spectrum of the UHV
chamber background towards the end of the project is shown in figure 2.3
after having replaced a broken filament with a "homemade” one (see
appendix A).

2.2 Nanoparticle generator

The nanoparticle generator or ”cluster source” used throughout my PhD
projects is a Nanobeam2011 from Birmingham Instruments and is shown in
figure 2.4. It consists of three main chambers each pumped by its own
turbo pump: an aggregation chamber where the nanoparticles are formed, a
lateral time-of-flight mass filter (TOF-MF) where the nanoparticles are
separated according to their mass, and a small ion optics chamber in
between where the beam of nanoparticles is accelerated and focused into
the TOF-MF which exits into the Omicron preparation chamber. When
dormant, the chamber pressure is logged by an ion gauge in the TOF-MF
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Figure 2.3: Typical mass spectrum of the chamber background towards the end
of the project. Note that m=z = 18 is capped at 1:2 10 ' A because of the full
scale range for the detector chosen to better resolve weak signals.

with a normal base pressure of mid-10 © to low-10 ®mbar. The cluster
source uses standard sputtering targets: discs of 2.00” in diameter and
0.125” to 0.250” thick. The sizes produced by the cluster source ranges
from single atoms up to nanoparticles around 10 nm in size. The region
between trimers and nanoparticles of around 2 nm, however, we have not
been able to find any working conditions for synthesis.

2.2.1 Formation of nanoparticles

Magnetron-sputtered, gas-aggregated clusters are formed in the aggregation
zone as depicted in figure 2.5a and described in [*']. You load the
magnetron sputter head with a sputtering target (referred to as just the
target) consisting of the elements you want to form clusters from. A stream
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Figure 2.4: "Cluster source” used to generate mass-selected nanoparticles:
Nanobeam 2011 from Birmingham Instruments. Nanoparticles are formed in the
aggregation zone by magnetron sputtering and gas-aggregation. The charged parti-
cles are then guided into a lateral time-of-flight mass filter where only the portion of
nanoparticles with a specific mass-to-charge ratio will be transmitted to the Omicron
preparation chamber. Figure adapted from [°].

of argon is led into the aggregation zone from behind the target on which a
high potential ( 200V) is applied. The short distance between the target
and the grounded chimney surrounding the target, between which the argon
flows, has a very intense electric field. When an argon atom spontaneously
ionizes, instead of naturally recombining, the argon ion and electron are
pulled away from each other where collisions with other argon atoms will
induce further ionization providing a cascade effect. In this way, a plasma is
very quickly ignited when applying the high voltage on the target. A ring of
magnets behind the target produces field lines that localize the electrons
from the plasma in a ring in front of the target. These electrons
continuously ionize new argon ions, which are accelerated into the target
surface thereby sputtering it while the ejected electrons help to generate
new argon ions. The plasma is thus sustained and localized on the target by
a flow of argon, the ring of magnets and the neutralization current from the
high voltage supply on the target. The argon sputtering ”liberates” atoms
from the target and ejects them into the aggregation zone. Here, the metal
atoms are thermally equalized with the gas in the chamber and via collisions
in the gas, they aggregate into clusters and nanoparticles. Haberland et al.
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Figure 2.5: Tllustration of the working principle of the cluster source. (a) Forma-
tion of nanoparticles in the aggregation zone, and (b) size selection of the beam of
nanoparticles by separation in a lateral time-of-flight mass filter (TOF-MF) accord-
ing the mass/charge ratio (Mm=z). See main text for detailed descriptions. Figure
adapted from [?°].
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explain that cluster growth is nucleated via dimerization which due to
conservation laws of energy and momentum requires at least a third atom

in a collision between two metal atoms in order for a metal dimer to form:*?

M +M +Ar ¥ My + Ar (2.8)

where M represents the metal atoms in the collision. Through multiple
collisions in the aggregation zone, the dimers continue growing into
nanoparticles.”>?? The aggregation zone is an inner chamber with an exit
aperture leading into the UHV chamber that is pumped by a turbo pump.
This reduced pumping leads to a higher pressure inside the aggregation
zone which induces more collisions. Py pumping liquid nitrogen (LN3)
through walls of the aggregation zone, heat is drawn out of the system
which assists the growth of particles. The flow of gas and nanoparticles
undergoes a supersonic expansion when it exits the aggregation zone via the
aperture because of the great pressure difference between the two zones -
usually a factor 20 or more. This means that the beam of particles is
"pulled apart from itself” and is no longer self-interacting: no further
collisions between particles in the beam.

The size of the nanoparticles is thereby controlled by the conditions in the
aggregation zone, while the following zones is ”simply” manipulating the
beam of nanoparticles onto the sample. A benefit of magnetron sputtering
is that a very large fraction of the particles is charged??, whereby the
particles can be manipulated in vacuum by electrostatic lenses according to
their mass-charge (m=z) ratio.

Controlling the size of the nanoparticles can roughly be boiled down to: 1)
how many atoms are sputtered from the target, and 2) how many collisions
a sputtered target atom in average experience on its journey through the
aggregation zone, and 3) the temperature of the system. The parameters
we can tune to control this is: 1) by varying the flow of argon in
combination with restricting the neutralization current on the target
(sputter power). 2) The pressure inside the aggregation zone can be varied
by adjusting the flow into the zone (mass flow controllers) or restricting the
flow out the zone (size of the exit aperture). Furthermore the distance of
the aggregation zone can be tuned by moving the magnetron sputter head

23



CHAPTER 2. METHOD

further in so the particles need to travel a shorter distance. Helium can also
be introduced from the back of the chamber via another mass flow
controller. As it does not sputter as effectively as argon does (see table 2.1),
helium mainly serves to induce more collisions and nucleate more dimers.
Adding a little helium then tends to move the size distribution towards
lower masses. Adding too much helium, however, affects the sputtering
plasma since this is controlled via the total neutralization current. 3) In
principle, the temperature of the aggregation zone could be controlled by
pulsing or at least controlling the flow of liquid nitrogen through the
cooling shroud, or by circulating another cooling medium. In practice,
however, this is difficult to control, since the resulting size distributions are
very sensitive to temperature variations. The temperature is measured by a
thermocouple attached to the side of the cooling shroud (X in figure 2.5a).
Really, the relevant temperature is near the exit aperture (X in figure 2.5a),
and it takes two to three hours of cooling before the system is in thermal
equilibrium - which then changes when you start flowing gases and
sputtering the target. Physical changes to the target as sputtering
progresses also changes the optimum conditions of the aggregation zone.

In practice, this means that we more or less have to retune the cluster
source every time before use. The tuning process is based on
trial-and-error, but modulated by the above concepts.

2.2.2 Selection of masses

Exiting the aggregation zone, the first electrostatic lens is a skimmer which
selects the semi-laminar part of the nanoparticle beam. This helps reduce
self-interaction and gives a better focused beam. The beam is then
accelerated to 500eV and focused into the mass filter for size selection.

The mass filter is a lateral time-of-flight mass filter developed by Issendorff
and Palmer in 1999.7° Its working principle is illustrated in figure 2.5b. The
focused beam of nanoparticles enters the mass filter between the bottom
plate and the center plates. A high voltage pulse is then applied between
the two plates to give the charged particles a fixed amount of momentum
upwards. The resulting lateral speed will thus physically separate the beam
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of particles in space with the smaller particles reaching the top of the mass
filter faster than the heavier particles. A grid in the center plates allow the
beam to pass through to the upper region of mass filter. By applying an
opposite high voltage pulse between the upper plate and the center plate,
the lateral movement is negated and the beam is "straightened out”. If the
beam is perfectly focused before the filtering, only one specific m=z ratio
will be aligned with the exit aperture of the mass filter when the beam is
straightened out.

It is important to note that the mass filter filters according to the
mass-per-charge ratio and not the absolute mass. While most of the
particles carry only a single charge, a fraction of them may be doubly
charged. So if the mass-selected size distribution from the aggregation zone
contains a significant amount of masses double that which you are interested
in, a fraction of these will pass unnoticed through the mass filter under the
same criteria as the desired mass. Therefore when tuning the conditions of
the aggregation zone, you not only has to optimize the signal of the desired
mass, you have to simultaneously deoptimize the double mass current. The
distribution of masses resulting from the conditions in the aggregation zone
can be imaged by scanning the mass filter to get a spectrum. Such a
spectrum is shown in figure 2.6, where the aggregation zone and ion optics
has been tuned to deposit 350,000 amu copper nanoparticles ( 5nm).
After a few depositions (an hour), the size distribution from the aggregation
zone has developed a tail towards higher masses

2.2.3 Depositing the nanoparticles

Guiding the mass-selected nanoparticles safely onto the substrate is done by
soft landing: The substrate is biased so the energy of the particles is
reduced to below the general cohesive energy of the atoms, i.e. less than

1 eV per atom, allowing nondestructive landing of the nanoparticles.?*¥? In
practice, this is achieved by biasing the substrate to 45V by connecting five
9V batteries in series. The 50 pA peak current reported in figure 2.6 is a
decently high current for nanoparticles, but virtually no current for a
battery. Batteries are therefore a convenient means of providing a stable
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Figure 2.6: Example mass spectra before (blue) and after (red) deposition of
350,000 amu Cu nanoparticles. The mass profile has drifted slightly developing a
more intense tail towards higher masses.

and noise-free potential. Since every particle that land on the substrate will
have had to pass through the TOF mass filter, the total amount of
nanoparticles can be calculated by simply measuring the neutralization
current of the substrate and integrating it. If the ceramics isolating the
substrate from ground potential are slightly dirty, a finite current will leak
to ground and this will be added to any particle flux current measured by
the Keithley 6514 Electrometer. Subtracting this background first is
therefore strictly necessary. The leak current has caused trouble several
times during my PhD and some notes about it can be found in appendix A.
Example data for deposition of 350,000 amu Cu nanoparticles is shown in
figure 2.7. Note that even if the deposited nanoparticles contain a large
number of double-mass particles, the total mass loading is still estimated
correctly with this method. The beam of nanoparticles is deposited on the
substrate through an circular aperture 4.5 mm in diameter situated right in
front of the sample in order to deposit on a well defined area.
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Figure 2.7: Example deposition current of 350,000 amu Cu nanoparticles. Note
that the particles are negatively charged, so the raw neutralization current (top
panel) is measured as a negative current. Bottom panel shows the flux of nanopar-
ticles after automatically detecting background measurements (leak current - green)
and subtracting the extrapolated background. The total mass loading is found by
integrating flux of nanoparticles multiplied with the mass per particle (charge) as
set by the TOF-MF.

2.2.4 ”Coverage” and ”loading”

When deciding on the total amount of nanoparticles to deposit on a sample,
we use the term coverage [unit: %] as an alternative to loading [unit: o7
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gcm 2]. What we actually mean with coverage is projected coverage, and
throughout this thesis, I will continue to be lazy and simply use the term
coverage. Unless specified otherwise, coverage ( ) is the projected coverage
of nanoparticles of a surface and is calculated by the equation

=N (2.9)

where N is the total number of nanoparticles and \ is the relative
coverage per particle using model M. For nanoparticles, the relative
coverage per particle is simply the ratio of nanoparticle cross-sectional area,
Anp, to the deposition area, Ageposition

T

Adeposition 4 Adeposition

NP (2.10)

where dyp is the diameter of (spherical) nanoparticles calculated from the
pure metal bulk density. For smaller entities where this is a poor descriptor,
one can instead describe the surface as the number of sites describing one
monolayer. For example, relative to a Pt(111) surface with lattice
parameter 3.92 A, the density of sites per area is

Pt(111) 4 sites/unit cell sites
2D = 5 =0:15 —5-
2 3:922 sin(60 ) A”/unit cell A
and thus for a single atom model where each particle occupies one site on a
Pt(111) lattice, we would have

(2.11)

1 site
SA = Pt(111) (2.12)
Adeposition 2D

From above relations, it is clear that the relative coverage depends on the
deposition area and equation 2.9 can be rewritten as

(Adeposition) =N M (Adeposition) (2-13)

For simple depositions where the sample is not rastered, this is trivial to
state since it is a constant depending on the aperture that is used between
the sample and beam. However, when introducing rastering of the sample,
the deposition area suddenly depends on the combination of aperture,
chosen raster pattern and the cluster beam profile. How to handle this
problem is discussed in detail in chapter 3.
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2.3 Electrochemistry and EC-MS

Most of the catalysts presented in this thesis are electrocatalysts. This
means that the reactions they catalyze are redox (reduction-oxidation)
coupled reactions that involve the transfer of electrons. The two
half-reactions can be confined to separate electrodes by connecting them
with wires. One electrode will thereby be the anode where the oxidation
reactions take place, and the other electrode is the cathode for the
reduction reactions. The electrons produced by the one flow through the
wire where they are consumed by the other. For charge balance, ions in
electrolyte move from one electrode to the other. By forcing a potential
difference between the two electrodes, you can tune the natural equilibrium
of electrochemical products. The absolute potential is controlled by
measuring it against an electrode that is in known equilibrium with the
solution (i.e. does not partake in the reaction) - this is known as the
reference electrode, RE. Current between the redox reactions flow between
the working electrode, WE, and the counter electrode, CE. The catalyst
under investigation is deposited on the working electrode where the reaction
of interest happens. The counter electrode is there to provide charge
balance by providing the other half-reaction. A simple version of this is
known as a three-electrode setup and is the common way to test
electrocatalysts. Variations such as the rotating disc electrode (RDE) setup
and electrochemistry-mass spectrometry (EC-MS) exist to serve specific
purposes. In RDE, the working electrode is mounted in a holder that can be
rotated up to 1600 revolutions per minute. This increases convective flow of
electrolyte to the catalyst on the electrode surface, so the reaction can be
probed at higher currents/potentials without the process becoming limited
by the diffusion of reactants to the catalyst. The directly measurable
quantity here is the redox current versus the potential needed to drive it,
but different reactions as well as corrosion processes can contribute to the
total current, so it is necessary to measure the reaction products as well.
This can be done by sampling the composition of the electrolyte or the gas
in the headspace at regular intervals when the concentrations are high
enough for detection, e.g. with a gas-chromatograph.
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Recent advances in microchip fabrication technology has enabled the
real-time detection of volatile species by connecting a small well-defined
electrochemical working volume to a UHV mass spectrometer via a
specialized silicon membrane chip developed previously in the group.
100 m thick PTFE gasket separates the working electrode from the
membrane chip which is hydrophobic, but has small pores that allow
volatile products to escape from the liquid through the membrane while
keeping the electrolyte in the working volume. The setup is illustrated in
figure 2.8. Since a mass spectrometer is used for the product detection, the
method is not only live, but also sensitive to isotope labeled experiments as
is utilized in chapter 4. Furthermore, because of the well-defined electrolyte
volume, the setup has a 100 % collection efficiency meaning that the
measured mass spectrometer signals can be quantified. In figure 2.9 is an
example of cyclic voltammetry (CVs) on a sputter deposited RuO3z thin
film shown as EC-MS plots: mass spectrometer signals are easily correlated
with the electrochemical current and potential. In this case the oxygen
evolution signal can easily be distinguished from the otherwise dominating
capacitive charging current of the system. Lastly, the very high sensitivity
of EC-MS makes it ideal for testing of cluster source samples that usually
have very low loading (10 to 1000 ng catalyst), which makes direct product
detection difficult for many conventional setups.

27,28 A

30



2.3. ELECTROCHEMISTRY AND EC-MS

Figure 2.8: Diagram of the EC-MS setup. (a) side-view of the PTFE cell that
holds the working electrode (WE), counter electrode (CE) and reference electrode
(RE) and is mounted on the interface block holding the membrane chip. (b) The
working volume consisting of WE, electrolyte layer, membrane chip and gas channel.
The WE is separated from the membrane chip by a 100 m thick PTFE gasket. (c)
Example of surface reaction. Since volatile products are detected with a QMS, the
method is sensitive to isotope scrambling effects. Diagram by Jakob Kibsgaard for
paper V.

Figure 2.9: Oxygen evolution on RuO; thin film. (a) EC-MS plot of m=z = 32
(160;) during CVs with the highlighted region shown in (b) wrapped as a conven-
tional current-vs-potential CV. The current corresponding to the calibrated rate of
measured oxygen is marked in gray. The OER current is only a small portion of the
total measured current. Images by Sgren Scott for paper V.
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Rastered Depositions

Chapter

In this chapter, I go into details about a new method for the preparation of
mass-selected nanoparticle model systems, which I developed in close
collaboration with my colleague Niklas Secher. The method involves
rastering the sample in front of the beam of mass-selected nanoparticles in
order to smooth out any unevenness in the beam profile that would
otherwise be projected directly unto the sample. Without rastering, for a
sample of nanoparticles with an average coverage of 5%, the local coverage
on the sample can in extreme cases be up to 4000 % located in a very small
spot while being zero on most of the sample. This could help explain and
solve some issues with reproducibility that has previously been a problem in
our group.

The implementation of this method enabled us to conduct a study in
collaboration with Daniel Sandbeck and Serhiy Cherevko at the
Helmholtz-Institute Erlangen-Niirnberg for Renewable Energy. This
involved the coverage effect of Pt dissolution in the scope of polymer
electrolyte membrane fuel cells and led to paper IV?? with the spin-off
paper I1T°° elucidating the size effect of these mass-selected Pt
nanoparticles in the same topic.

Since my major contribution to the papers was through the development of
the method, I choose to focus only on presenting the method and
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investigate how much you can push it. The scientific results are kept to the
individual papers and are appended to the end of the thesis. It is my belief,
that the implementation of this method at the setup will improve the
quality of its output.

The chapter is divided into four main sections: the first section motivates
the implementation of the method by showing some examples of bad
depositions. The second section describes how the method is implemented,
while the third section deals with how the method is properly used. The
chapter concludes with a brief summary.

3.1 Background

Figure 3.1 shows (a) an image pieced together from individual SEM images
of a standard 5 mm glassy carbon stub on which Niklas Secher and I
deposited 6 nm Pt nanoparticles for a projected coverage of 20 %. Trusting
in the Z-contrast between heavy Pt nanoparticles and the light carbon
substrate, we immediately attributed the very bright region the bottom
right corner to a higher local coverage of nanoparticles. This was confirmed
by ”walking the SEM” across this bright region from one side of the sample
to the other in a series of images. The collected string of images are pieced
together in (b). This indeed showed that the darker regions of the sample
did have 6 nm Pt particles distributed across the surface, but in a much
lower scale than in the bright regions. Although, in principle, this could be
caused by an unintentional configuration of electrostatic potentials
(misaligned lenses, proximity of a grounded object..) resulting in a focusing
effect on the beam of nanoparticles, it is very clear that the effect is a direct
consequence of an (intentionally) over-focused beam. Since both beam and
substrate is kept stationary during deposition, the local coverage will be
directly proportional to the local intensity of the beam. Hence, what we see
with the SEM is a projection of the mass-selected beam profile (intensity
distribution orthogonal to its axis of travel). If there had been a sharp
cutoff with no nanoparticles detected in the dark regions, the issue might
have been a misalignment of the sample. The ”mouse bites” on the bottom
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and right edge of the bright spot, on the other hand, are because of some
local field effects on the edge of the particle beam - probably rough edges
on the aperture in front of the sample. This possibility of over-focusing the
beam obviously poses a problem if you intend to investigate whether or not
the distance between particles has an effect on their catalytic properties or
stability. Even disregarding the intentional study, ensuring a homogeneous
projected coverage of nanoparticles across individual samples minimizes any
activity /stability variations stemming from a coverage effect that might
translate into larger than necessary standard errors and reproducibility
issues. Tuning is done on a daily basis as needed in order to maximize the
beam current to reduce the deposition time. In the beginning of my studies,
it was common to get around 5 pA of nanoparticles through a 4.5 mm
aperture in front of a substrate. For 5 nm particles, this corresponds
roughly to 20 minutes to cover 5% of a 5mm stub for a rotating disc
electrode. This is not a long time, but would require pushing the limits of
the Einzel lens in front of the sample. The advice was to leave the lenses
close to beam potential for a defocused beam, but even in this case the
beam variation is unknown and, especially for new operators, the degree to
which you focus the beam too much is an unknown parameter that weighs
against the prospect of creating a model system. The cluster source was
also not properly aligned with the substrate in the deposition chamber,
meaning that a well-focused beam was pointing somewhere off to the corner
of the 9mm aperture. Rather than try to physically reposition Omicron or
the cluster source, we installed an XY-translator between the preparation
chamber and aperture flag. By aligning the aperture flag after the
maximum flux of nanoparticles through the aperture, it was possible to get
up to 30 to 40 pA current of nanoparticles (well-focused) through the
aperture out of 50 pA total current.

To ensure homogeneity by rastering, two options were possible: raster the
beam of nanoparticles in front of the aperture, or raster the sample behind
the aperture. The first option would require fitting an extra electrostatic
lens between the Einzel lens and the sample and acquiring four high voltage
channels than can perturb the individual lens elements rapidly. Seeing that
the combined geometry of Einzel lens, preparation chamber and aperture
flag made it difficult to fit in an extra lens, we went with the second simpler
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Figure 3.1: A Frankenstein SEM mosaic of a 5mm glassy carbon stub with 20 %
projected coverage of 6 nm Pt nanoparticles. The red box in (a) indicates the line
traversed to get the close-ups in (b). An inhomogeneous beam profile clearly skews
the local projected coverage on the sample.
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option of rastering the sample.

3.2 Implementation

Rastering of depositions at Omicron cluster source was implemented by
fitting two VEXTA ASX66A stepper motors from Oriental Motors to the Z-
and Y-axis linear drives (orthogonal to the beam of nanoparticles) for
computer controlled motion. The computer control is managed by a
Raspberry Pi, and a standard keypad and small display secured to a piece
of plexiglass constitutes a user interface that can be placed by the viewport
most convenient for manipulating the sample. Figure 3.2 shows the user
interface for easy control of the motors. The display is divided into three
regions: the top region always displays the coordinates of the two motors,
while the bottom region is dedicated to special short messages and for
accepting custom user input. The larger middle region is the main part of
the screen and has three levels the user can navigate between. The
controller starts up with the screen in the lowest level: the splash screen (a)
where a few brief help messages are displayed. The second level (b) is the
main menu where the user can choose which type of program to run: 1 -
incremental mode; 2 - absolute mode (c); 3 - change speed; 9 - raster
programs (d). This group of subroutines is the highest level. Navigation
proceeds via the controls displayed in (e). NumLock (red) is the most
important button: it serves as panic button to abort any motion that may
have been started accidentally - the only alternative panic reaction to
pushing this button is pulling the power plug for the motors. When the
NumLock LED is deactivated, the controller disregards input from the
keypad until NumLock is reactivated. User input can be classified as
”general input mode” and ”custom input mode”. The latter is only used
when the user is prompted to type a given value. In this case, any number
can be written with the numbered keys and decimal/Del to add a decimal
point. Backspace (purple) deletes the most recent character, and the input
is submitted with Enter (blue). Submitting an empty input returns the
controller to the previous menu. In general input mode, the star ( ) will
always send the controller to the main menu, while backspace (purple)
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Figure 3.2: User interface for controlling ZY-axis motion of the preparation cham-
ber manipulator using the two stepper motors implemented for rastering. Four
main graphical user interfaces feed information back to the user: (a) start-up/splash
screen, (b) main menu, (¢) motor control - absolute mode, and (d) raster program
menu. A keypad (e) feeds user input back to the controller. NumLock (red) is the
panic button to abort any unwanted motion as an alternative to pulling the power
plug. When the NumLock LED is off, the keypad is also locked to prevent accidental
inputs. Remaining highlighted keys are explained in the main text.

always sends the controller back one level. The only command from the
splash screen apart from going to the main menu is by pressing the slash
key (white), which prompts the user for special codes (see calibrating
position below). In the main menu, pressing a numbered key corresponding
to a subroutine will go there. In Incremental mode, the motor is moved in
increments defined by the displayed value. The arrow keys (green) are used
to choose a digit and increment its value.  ( ) sets the direction,
slash (white) toggles the selection between the Y or Z motor. Motion is
started by Enter (blue). In Absolute mode, the selected motor is moved to
the coordinate corresponding to the displayed value. Motors in this mode
are controlled similarly to the incremental mode except that, here,
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Figure 3.3: Illustration of the distances measured for calibration of motor position.
(a) the position y of the Y motor, is defined as the distance in mm between the two
upward pointing faces of the XY sliders. (b) The position z of the Z motor can be
measured as Z = 340mm  z,,, where zy, is the gap indicated on the image measured
in mm. Images show the manual knobs from before the motors were attached.

( ) prompts the user to type a coordinate to display on the screen.
Hitting Enter again will send the controller to that coordinate. In Change
speed mode, the current speed settings of each motor are displayed in unit
mm/s. By hitting Enter, the user will be prompted to change these. The
last mode, Raster programs, allows the user to choose from a list of raster
programs using the arrow keys and Enter. The chosen raster pattern will
keep repeating itself until the user aborts by pressing NumLock.

3.2.1 Calibrating the motor positions

The motors are not connected to physical contact switches that define hard
movement limits. Instead, the physical limits of the motors are hardcoded
into the Python controller. The Z motor can move between 25 mm and

325 mm with the coordinate axis defined by the ruler that is permanently
mounted on the side of Z-motion bellow support. The Y motor can move
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between 46.5 mm and 65.0 mm with the coordinate axis defined by the
vertical distance between the top surfaces of the two sliders in the XY-axis
drive. User inputs outside of these ranges are denied. To ensure that the
motors are mounted by qualified personnel, the controller starts up with
initial position coordinates for ZY = ( 9999:000; 9999:000) which ensures
that the controller program crashes if one of the motor movement routines
are activated without the position being calibrated first. To calibrate the
position: go to the splash screen and type ”/” to be prompted for a special
command. Then type the very secret command ”123” and hit Enter. The
user will now be prompted for the coordinates of each motor and be set
accordingly. To measure the Z motor position, use a caliper to measure the
distance, Zm, of the gap between the block that moves about the threaded
movement rod and the end piece where the motor is attached (see figure
3.3b). The position is then z = (340  zy) mm. If the motor is initialized at
a coordinate below 300 mm, using the caliper is impractical. Instead, read a
rough value off the ruler for calibration, then move the motor to 320 mm
and recalibrate using the caliper. The Y motor is calibrated using a caliper
to measure the height that defines the coordinate axis (see figure 3.3a). The
Y calibration is prone to vary with 0:5mm, but the most important part
for accuracy is when aligning the sample for deposition, and this is done by
eye for the Y coordinate anyway.

3.2.2 Defining raster patterns

The raster pattern that was used to produce homogeneous samples for
paper III and IV is shown in figure 3.4 as an example of how they are
designed. Lines beginning with # are ignored and can be used to insert
useful comments in the document. The section following <<<DATA>>> sets
the relevant parameters for the raster script: step_size defines the scale for
the raster pattern [unit in mm]; speed defines how fast [mm/s] the sample
should be moved during rastering. The section between <<<PATTERN>>>
and <<<END>>> defines the raster pattern using the scale set above. The
pattern is created by a set of individual sample movement commands
indicated by the colon-separated syntax (one command per line):
<axis>:<sign><distance>. If the pattern is to be offset from the sample
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Figure 3.4: Example of a raster script. The pattern contains three sections: a
header for comments, a configuration section, and a section for describing the re-
peating pattern including an offset from start position. The pattern shown here was
used to produce homogeneous samples for paper III and IV.
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start point, this is done first by indicating a numbered arrow followed by a
movement command like 0-->Z:-1, which would start by moving the
sample (1) <step_size>mm along the Z-axis. In the shown script, the
sample is moved to the bottom left corner from where the repeating pattern
is defined. A subpattern can be repeated a number of times by enclosing it
in brackets and doing a multiplication. Aligning the two axes to different
columns is not necessary, but it improves the human readability of the code.
There must only be one command per line for the interpreter to read it, but
surrounding whitespace is ignored. These rules can be combined to create a
raster pattern to suit a specific need. The speed can not be varied during
the rastering, and the two motors can not move at the same time. The
latter would require some careful thinking on the synchronization of
commands to/from the motors. If this is implemented at a later time, be
aware that currently a single power supply is shared between the two
motors, but it is only dimensioned to sustain one running motor at a time.

3.3 Estimating the projected coverage

Figure 3.5: Conceptual illustration of how the projected coverage of nanoparti-
cles is estimated. In the stationary case (a), it the calculation is straightforward.
The rastered case (b) and (c) relies on assumptions which to some degree can be
simulated.
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This section deals with the implications of rastering the sample behind the
aperture: how can we get a good estimate of the coverage, and when is a
raster pattern designed well?

Figure 3.5 compares the conventional coverage calculation in (a) for a
sample that is stationary behind the aperture during deposition to the
rastered case in (b) and (c). For the stationary case, we know that all the
measured current is being deposited on the sample surface through a
well-defined aperture slightly smaller than the sample. If the nanoparticle
size is known, it is straightforward to calculate an average coverage across
the deposition area. While the local coverage may vary a lot depending on
the profile of the nanoparticle beam, the average coverage in terms of total
mass loading and total catalyst surface area is accurate (neglecting
substrate-catalyst interactions and overlapping nanoparticles). For the
situation in figure 3.5a, equation (2.13) translates to

nominal Anp d2N P
NP = Ntotali = Ntotalzi (3-1)
Aaperture dapertul’e
which I call the nominal coverage when discussing rastering. daperture is the
diameter of the aperture. When the samples are rastered, some of the
nanoparticles will be deposited on the sampleholder instead of the
substrate, and the average coverage on the sample should be calculated by

2
sample ANP de
NP Pl = NpartiaIA = Npartialr (3~2)
sample sample

However, since we can only measure the total current, we cannot
immediately calculate the average coverage across the sample surface since
this requires knowledge of the fraction of nanoparticles landing on the
sample as illustrated in figure 3.5b. We know with certainty the maximum
deposition area from the programmed raster path and the size of the
aperture, but averaging the total number of nanoparticles to this area will
by far underestimate the actual coverage on the sample. For our initial
rastered depositions, I roughly simulated how the coverage distribution
across the sampleholder would look like assuming some beam profile. As
expected, there was a region in the middle of the raster pattern where the
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coverage is more constant and then it falls off to zero at the far edges of the
pattern. An area was roughly estimated somewhere between the edge of the
constant coverage region and the edge of the zero coverage region which was
used as an effective area in order to reproduce the average coverage across
the sample surface by using the total number of deposited nanoparticles as
illustrated in figure 3.5¢. Since then, I have improved the simulation
method in order to provide more details on the effects of rastering including
the direct correlation between the partial number of nanoparticles on the
sample and the effective area needed to correctly calculate the average
coverage. If a raster pattern is used to scan the sample wide in very small
increments, there will be a region in the middle where the coverage is
independent of the beam profile. If this area is larger than the region of
interest (the sample), then, for this raster pattern, the total number of
particles landing on the region of interest will be a constant fraction of the
total number of particles deposited through the aperture. This allows us via
the simulation to calculate the coverage by equation (3.2) as in figure 3.5b.

With this information, it is now possible to calculate an effective deposition
area that produces the same coverage when calculated from the total
number of deposited particles

sample — N Anp N Anp
NP:rastered — |Vpartial x—— = Ntotal ,—— (3.3)
rastere Asample Aeffective
or
Ntotal
Acffective = NiAsample (3.4)
partial

where Asample is the region of interest containing Npartial number of
nanoparticles. The tool we use to automatically integrate the deposition
current and simultaneously convert it to an average coverage requires that
the user provides information about the diameter of both particles and the
aperture used. It is therefore useful to describe the effective deposition area
as the diameter of the corresponding circular area:

d2 ;
effective (3.5)

Aeffective = 4
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which for circular samples reduces to
s
Ntotal

deffective = dsample (3~6)

Npartial

This has a more versatile form when expressed in terms of coverage via
equations (3.1) and (3.2)

nom Aaperture
Ntotal NP AnNP

Actfective = Asample = —————NP Agmol (3.7)
e ective Npartia| sample ’s\‘algnple A]S::;)le sample
which can be freely converted to
S
NP
effective = “sample daperture (3~8)
NP

The effective diameter (of the aperture), deffective, can thereby be supplied
to the automatic integration tool instead of the aperture diameter to
directly calculate the sample coverage for your raster pattern as in figure
3.5¢.

3.3.1 Assessing a raster pattern

The simulation script serves two purposes: to help design new raster
patterns that produce homogeneous coverages in a specific region, and to
extract relevant descriptive parameters for an existing design. The
boundary between the two purposes is most clear when the simulation is
run after a deposition using it to create a coverage map - especially if extra
information about the beam profile is available. The accuracy of the
simulation depends entirely on the assumption of the beam profile shape.
Therefore the criteria for a well designed raster pattern is that it gives
consistent coverage results independent of which beam profile you assume.
In the following, I will use two different raster patterns to show how the
simulation works and how to interpret the results.

The raster patterns are simulated by stretching a grid between -10 mm to
+10mm (a 500x500 grid produces cells roughly 0.05 mm of length). A
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hypothetical beam profile is then calculated and scanned along the path of
the raster pattern until one full lap has been completed. The resulting
intensity map is then scaled to show the local coverage given inputs on how
many particles were deposited in total and the size per particle as per
equation (2.9). Intensity maps for the raster pattern in figure 3.4 is shown
in figure 3.6 (Raster 1) for three different assumed beam profiles visualized
in the upper section of figure 3.6. The coverage maps for a given raster
pattern is aligned underneath the beam profile that was used to produce it.
The beam profiles are made by one or two added gaussian distributions cut
off by the aperture. They are described as:

1 Even: A beam profile which is considered the best case scenario for
stationary depositions where the beam is as defocused as possible to
give a somewhat even distribution of particles across the sample.

2 Off-center: This is considered a reasonable worst-case scenario of a
beam profile inspired by figure 3.1. It is not unreasonable to expect
that lenses are tuned aggressively to produce a beam with this focus,
but fairly simple measures can be taken to check that the beam is not
this misaligned before starting deposition.

3 Spot: An extreme case where the beam has been focused to a point
only about 0.5 mm wide. To my knowledge, something like this has
only been achieved when depositing single atoms and maximizing the
focusing potential of the Einzel lens. Even so, this profile is
considered an extreme case that is easy to prevent from happening
without sacrificing much particle current.

Raster 1 was designed to produce a more homogeneous coverage across a
1x1 cm? glassy carbon square. The simulated coverage maps are quantified
by considering three different centered regions of the samples as drawn with
black lines in figure 3.6: a circular area 5mm in diameter (solid line) and
two squares with side length 8 mm (dash-dotted line) and 10 mm (dotted
line). Within these regions, the quantified parameters are the average
coverage along with the spread, 2 , the maximum and minimum
coverage, and the effective aperture diameter, dg‘;f [mm], needed to
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Table 3.1: Simulation results based on different scenarios for two raster patterns.
Raster 1 is the pattern shown in figure 3.4 and used for the platinum dissolution
stories?>*", Raster 2 is the pattern designed for rotating disc electrode stubs used
for rastered samples in paper VII and VIII. Coverage numbers are calculated using

a total of 5.1095 pmol nanoparticles with diameter 6 nm.

Beam profile: Even Off-center Spot
%‘ Area Param.
5 | e 2 71:995 4:208  71:995 119:59 71:995 757:83
= |E max/min 75.7 ] 68.4 365.2 / 30.9 4131.7 / 0.0
a | < dspf 4.500 4.500 4.500
c 2 72:538 3:394 72:550 3:564 73:526  60:291
= max/min 76.1 / 69.2 76.5 / 66.6 136.2 / 15.9
S derf 12.357 12.356 12.274
§ c 2 71:926  5:367 71:926 7:284  72:550 60:527
% | E max/min 79.2 / 56.7 85.1 / 40.2 136.2 / 15.9
Sl defT 12.410 12.410 12.356
c 2 65:520 19:545 64:531 25:660 72:215 64:880
g max/min 79.2 / 28.7 85.1 / 16.1 1771 /159
- dspf 13.002 13.101 13.136
2 121:816 2:830 121:873 3:216 122:108 4:110
£ max/min | 124.1 / 114.9 125.6 / 1104  131.3 / 119.9
~ |7 dshr 9.536 9.534 9.524
E e 2 100:502 42:150 98:489 52:442 122:977 8:509
z | E max/min 125.0 / 38.0 126.7 / 21.3 152.3 / 61.2
e ot 10.498 10.605 9.491
c 2 80:082 66:067 79:235 72:216 86:651 105:05
g max/min 125.0 / 7.8 126.7 / 4.3 152.3 / 0
- dspf 11.761 11.824 11.306

reproduce the average coverage using the total particle current. In order to
show the effects of varying the raster pattern, the pattern designed to
produce homogeneous coverage samples for paper VII and VIII is shown for
comparison with the same total number of deposited particles. The

quantified results are shown in table 3.1.
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Figure 3.6: Simulated intensity or coverage maps for two raster patterns using
three different beam profiles arbitrarily chosen to represent a best case scenario
(even) along with a realistic worst-case scenario (off-center) and an extreme worst-
case scenario (spot). The upper half shows the shape of the beam profiles — the color
map is scaled to the minimum and maximum value in each case. For the simulated
raster patterns, the color bar indicates local coverage (%) and is shared between all
six different cases.
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Stationary deposition reference

The first section in table 3.1 is to show the need for rastering in the same
quantified manner that is used to assess the validity of designed raster
patterns. The area of interest is fixed by the aperture: a disc of 4.5 mm
diameter. The color mapping for the beam profiles in figure 3.6 is scaled
individually for each type, while the intensity maps for the two raster
patterns share a common color map.

Looking at the results, all beam profiles produce an average coverage of

72 %, but the spread is huge and depends entirely on the beam profile. The
"best case scenario” has local coverage varying between 68 % and 76 %. The
extreme scenario has all the particles localized in the center region with a
peak coverage of 4132 %, but zero coverage on most of the area of interest.
The worst case scenario is somewhere in between the two. It should be clear
from the results and figures that rastering is needed if well-dispersed
samples are needed. Alternatively, the only option to ensure this is to hope
you get a very defocused beam profile and then to verify it after the
deposition with SEM or XPS/AES mappings. Also, while the even beam
profile will provide a reasonable coverage distribution through the 4.5 mm
aperture, maintaining the quality while depositing on larger areas will be
nearly impossible.

Comparing patterns with different beam profiles

Considering the 5 mm area for raster pattern 1, near-identical results are
produced from the two realistic beam profiles with a mean coverage of
roughly 72.5 % with a spread of 3.4-3.6 % coverage. For the more extreme
spot beam profile, however, the results deviate yielding close to the same
mean coverage (73.5%), but with peak coverage of 136 % and areas with as
low as 16 % coverage. This is evident by the grid-like coverage map in figure
3.6 which occurs because the width of the beam is much smaller than the
raster increments used to advance across the sample. For comparison,
raster pattern 2 handles this case much better because of its smaller steps
during rastering. The same grid shape is still discernible for the two first
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beam profiles, but here the beams are wide enough that the rastering acts
to smooth out the signal. When we consider the 8 mm area, we get a
slightly lower mean value of 72 % coverage, but the spread starts to increase
because we now include part of the outer region where the local coverage
starts sloping from the homogeneous coverage region towards zero. For the
larger 10 mm area, we now include significantly more of the inhomogeneous
boundary, and the simulated mean coverage now takes a significant dip
showing a mean coverage of 65 %, which is not representative of the more
homogeneous coverage on the larger part of the sample. Despite the large
variations in coverage for the more extreme spot beam profile, it is still a
huge improvement over the unrastered case.

To pick a number from here, it depends on the usage of the sample.
Whichever effective aperture is chosen to guide the deposition, the
integrated deposition current can be fed back into the simulation script to
produce a map of that specific sample. If an activity measurement would
involve the entire surface, then the 65% 22 % coverage is the right number
to use in order to normalize to the total mass loading. In the case of the
samples for paper III and IV, Daniel Sandbeck would probe 1 mm areas a
couple different locations on the sample with a SFC-ICP-MS flow cell. *-%?
As long as he doesn’t measure near the edges, we can claim a representative
mean coverage of 72:5% 4 %. While we didn’t have these numbers at the
time, we did know from rough simulations, that the calculated coverage
wouldn’t be true near the edges, and Daniel Sandbeck was instructed that
he should stay away from the edges when measuring. The deposition
providing data for table 3.1 and the simulations in figure 3.6 was mapped
with XPS by Niklas Secher, Daniel Sandbeck and Florian Speck using the
facilities in Erlangen. The result is shown in figure 3.7 which is adapted
from the supporting information of paper IV??. The left part shows a
representative survey spectrum showing the presence of platinum, oxygen
and carbon. Using the Pt 4f peaks of the survey scans, the atomic content
of platinum relative to carbon and oxygen is shown for different locations
on the sample (right side of figure). From this we roughly get a mean
atomic concentration of 29 1% Pt which indicates that the raster pattern
serves its purpose and produces a largely homogeneous coverage across the
surface. Bear in mind, that the uncertainty on the XPS quantification is
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Figure 3.7: Representative XPS spectrum used to map out the Pt content across
the 10 mm glassy carbon substrate for 70 % 6 nm Pt nanoparticles. Adapted from
Figure S8 and S9 from paper IV.?°

somewhat larger than usual since only rough survey scans were performed
in the interest of time. The Pt atomic concentration relative to target
coverage, however, shows a linear trend for samples with low coverage and
only starts to deviate around 50 % coverage when the fraction of
overlapping nanoparticles begins to dominate.”® The second raster pattern
was developed specifically to ensure a good dispersion of nanoparticles on
5mm rotating disc electrode stubs (for paper VII and VIII). It therefore
employs a much tighter raster pattern than the first one. As is clear from
table 3.1 and figure 3.6, this ensures a more homogeneous coverage while
requiring a smaller total amount of nanoparticles to finish. The model is
only valid inside the centered 5 mm disk area, but will produce high quality
results across virtually all possible (realistic) beam profiles. For this
pattern, I will onwards be using dS{,f = 9:535mm which for the numbers
used in table 3.1 corresponds to a mean coverage of 121.837 % with extreme
case uncertainty 0:3 % coverage with respect to the total mass loading.
Local variations are within ~ 3:0 % coverage (per 121.8 % mean coverage).

3.3.2 Final remarks

I chose to use absolute values in table 3.1 based on the data for the sample
used in figure 3.7 in order not to hide any dependencies on assumed beam
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profile. It is important to note that for a certain combination of raster
pattern and beam profile, the results presented in table 3.1 are intrinsic
properties that scale with the total loading. For example, raster pattern 2
when used with effective aperture diameter 9.534 mm according to the
off-center beam profile and calculating 5.0 % average coverage from the
total amount of deposited nanoparticles, would yield an absolute local
variation in coverage equal to

measured —

2 -

5:0 = 0:13 (3.9)

This is about three times the uncertainty involved in the integration of
deposition current under ideal deposition conditions and with parameters
visually checked by the user. The uncertainty in total nanoparticle current
will usually be dominated by non-ideal circumstances induced by the user
during deposition. Creating an ensemble of samples with the same degree of
homogeneity is also difficult since the end of the deposition has to be timed
with the end of a raster cycle in order for the simulation to be valid. A
typical ensemble of samples might be represented by a mean coverage of
5:0% 0:3% where not too much effort is put into reaching the target
coverage exactly. On a final note, the present version of the simulation has
a hardcoded 100 ms step where it waits at the end points every time it
changes direction. This was to simulate the communication delay which was
significant in the initial version. Recently, I timed the cycles of Raster 2
versus different motor speeds expecting to see a discrepancy between the
expected time to traverse a leg in the raster pattern and the measured time.
The results in figure 3.8 surprised me, however. The communication delay
is about 25 to 35 ms and is limited by the baud rate of 9600. This delay can
fairly easily be reduced by increasing the baud rate. Figure 3.8, however,
shows that there is an almost 500 ms discrepancy at normal speeds for the
small legs (0.4 mm) of the raster pattern. At these small increments, the
elapsed time is dominated by the ramp from 0 mm/s up to X mm/s. This is
currently the dominating uncertainty in the simulations as the effect of this
is to deposit more nanoparticles along the edges of the pattern. It is
somewhat balanced by the hardcoded 100 ms, but the uncertainty in the
effective aperture should be estimated by varying this holding step instead

52



3.4. SUMMARY AND OUTLOOK

Figure 3.8: Times measured for a motor to travel a long distance (8 mm) and a
short distance (0.4mm) for different speeds. The grey line indicates the expected
time if the motors assume steady state motion instantaneously and there are no
delays. For short distances, the movement is significantly slower than expected.

of varying the assumed beam profiles. The methodology presented in figure
3.6 and table 3.1 is thereby still valid. The next step would be to increase
the baud rate and optimize the velocity ramps and incorporate this motion
in the simulation if it still dominates the travel time.

3.4 Summary and outlook

The method of preparing electrodes for supporting mass-selected
nanoparticles was improved by introducing rastering of samples during
deposition in order to smear out any irregularities of the nanoparticle beam
profile across the surface. The implementation was done by attaching two
computer controlled stepper motors to the two axes perpendicular to the
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particle beam. It is equipped with a simple user interface so as to make the
daily handling of samples easier while allowing raster control of samples.

A simulation tool to map the local coverage produced by raster patterns
under assumption of various beam profiles was developed. This tool aids in
the design of good raster patterns as well as providing a way of quantifying
the variations in coverage within the scope of the simulation. It outputs a
parameter, dg;f, which interfaces directly with an existing tool which
automatically integrates the deposition current and converts it into an
average coverage, thereby allowing users to more easily aim for the desired
coverage.

Rastering is shown to be a critical new method if one wants to reduce the
worry over the local coverage of mass-selected particles on the substrate
surface. The simulation tool proves critical in understanding the validity of
a raster pattern and the parameters that can be drawn from it. In order for
the simulation to be valid, certain criteria must be met. These include: 1)
starting or ending a deposition should only be done in the small space
between different raster cycles. This includes changing the intensity of the
beam of nanoparticles. 2) one has to know what part of the sample surface
is important with regards to a homogeneous coverage and then make sure
that the raster pattern gives consistent results in this region regardless of
the beam profile fed into the simulation.

The development of this method enabled us to identify a coverage effect of
the dissolution of platinum nanoparticles,”” and by extension, allowed us to
find the mass-selected size dependence of the same phenomenon without
convoluting the two effects®’. The method developed here will be an
important part of the daily routine at the setup.
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Isotope Studies

Chapter

The isotope studies covered in this chapter has spawned from my curiosity
about LEIS as a technique. When I started my PhD project, LEIS was
mostly used for elemental composition of the sampe before and after
deposition of nanoparticles as a supplement to XPS. While it is possible to
do a lot of cool experiments with LEIS like quantification and angular
orientation of adsorbed ligands®®, size sensitivity of nanoparticles®*3°,
isotope distinction®®, and sintering effects®’, most of these require extensive
calibration or specialized equipment. The ISE 100 ion gun and NanoSAM
analyzer is at a fixed angle which sets some limitation on what is possible
and I have been curious to see what kind of information can be extracted
with this technique. Sgren Scott and I discovered a good synergy between
his EC-MS setup and LEIS where, in both cases, it is possible to distinguish
between the two isotopes of oxygen, 0 and 0.

In paper II, I took over synthesis and characterization of mass-selected
NizFe nanoparticles when Bela Sebok finished his PhD. My major
contribution, though, was designing the isotope experiments with Sgren
Scott while he did the EC-MS measurements and I prepared samples and
oxygen isotope distinction with LEIS characterization before and after
electrochemical experiments. In paper V and VI, we took the experiences
from paper II and applied them to thin film catalysts of RuO; and IrO,.
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My main contributions are experiment design and LEIS characterization.

To me, the projects described in this chapter are characterized by the
feeling of drowning in large amounts of data. Each sample investigated has
multiple LEIS spectra at each stage in the experiment with each spectrum
changing because of sputter effects or varying parameters slightly to
optimize one aspect of the data. Keeping track of all these parameters and
choosing a representative subset of comparable data has been a real
challenge and the results are presented in the following sections. For paper
V and VI, we have begun to develop some tools to help us organize and
compare the data.

Both isotope studies concern the oxygen evolution reaction under different
conditions: in either base or acid.

4.1  Water splitting

The splitting of water into hydrogen and oxygen is known as the oxygen
evolution reaction (OER):

H,0 (liquid) 5;';% 02 (gas) + 2 Hy (gas) (4.1)

This reaction is electrocatalytic, i.e. it happens via the transfer of four
electrons and protons as shown in figure 4.1 with the competing oxygen
reduction reaction (ORR) being the natural (downhill) reaction without
applied potential:

H>O )ORR 02 + 4HY +4e (4.2)
2H* + 26 iii“ H, (4.3)

When the two half-reactions are separated and a potential is applied
between the two electrodes, it is possible to drive the electrons in the OER
direction. The potential required to put the two end states in
thermodynamic equilibrium is 1.23 V, while the potential required to make
every step in the OER pathway downhill is calculated to be 1.60V on
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Figure 4.1: Free energy diagram for water splitting on RuO; for three different
potentials. Adapted from [*]

Ru0,*. The hydrogen evolution reaction (HER) is easily accomplished
with Pt at very low overpotentials®?“? that can meet the Terawatt challenge

under realistic conditions** and is still active at ultralow Pt loadings®*.

OER and ORR require four electron and proton transfers where the
individual steps scale equally with the reactivity of the catalyst towards
oxygen.*® Thus, optimizing the catalyst for one step in the OER pathway
deoptimizes another step. To make all steps downhill in energy and thereby
make the reaction run at an appreciable rate requires increasing the
potential beyond the thermodynamic equilibrium which translates into
losing energy. The problem is even worse when tapping into the energy
stored in the chemical bonds by running the ORR reaction to combine
hydrogen and oxygen into water when you have to pay the extra price
again. OER is the main source of the combined cell overpotential.** To
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make water splitting a more viable solution for energy storage, the
overpotential therefore has to be lowered by finding better catalysts.® The
field is split in two areas: alkaline electrolyzers, and acid polymer
electrolyte membrane (PEM) electrolyzers.

4.2  NiFeOyH, nanoparticles

Ni(Fe)OxHy catalysts are some the most stable and active catalysts for
alkaline OER.*>“® Evidently, it is the intercalation of Fe impurities in
NiOxHy-based electrodes that is responsible for the high activity. 45,4750
The exact nature of the active site, however, is still not known. Some
believe the nickel atoms to be active®™*? while others suggest that the iron
atoms are the active sites®*°% or that it is both atoms®’. But even
conservative estimates of turnover frequencies (TOF) are made difficult by
studies suggesting that even the bulk atoms in electrodeposited NiFeOxHy
films might be active**{°" although this type of site does not extend to
arbitrarily high loadings®.

In this study, we report the activity of well-characterized mass-selected
NiFeOyHy-based catalysts as measured by a rotating disc electrode (RDE)
electrochemical setup in 1.0 M KOH, and the reactivity of the
nanoparticles’ oxygen atoms as measured by EC-MS and LEIS.

4.2.1 Stability and activity

A NisFe sputter target was used to deposit nanoparticles of mass-charge
ratios 120,000 amu, 350,000 amu, 950,000 amu, and 2,000,000 amu at a
loading corresponding to 15 % projected coverage on polycrystalline Au
stubs that has been mechanically cleaned and annealed prior to deposition.
The nanoparticles are deposited in a 4.5 mm circular area giving a mass
loading of 50-125ng (or 314-785ngcm 2) depending on the size of the
particles. TEM characterization in figure 4.2 shows that the particles are
roughly spherical with average characteristic diameters of 3:9  0:5 nm,

54  0:6nm, 6:7 0:5nm, and 8:4 0:5nm, respectively. The TEM
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analysis method is illustrated in figure C.1a-d and the width reported for
the size distributions is the 2 standard deviation. Based on figure C.1e, I
would argue that the consistent standard deviations regardless of mass is an
indicator of the resolution or uncertainty of the imaging method, and that
the true size distribution is even better.

Figure 4.2: TEM characterization of NigFe nanoparticles mass-selected to
120k amu, 350k amu, 950k amu, and 2M amu. (a) representative TEM images show-
ing spherical shapes regardless of mass, and (b) resulting size distribution from
analysis of TEM images with gaussian averages and 2 peak widths indicated.

XPS shows that the particles are fully metallic as deposited, but are
oxidized after the OER treatment with the iron content dropping from 25 %
before OER to about 15 % after OER (figure 4.3a-b). Identical-location
SEM (figure 4.3c-d) and HRTEM (figure C.2a-b) show that the particles
retain their spherical nature after OER and does not sinter, which speaks to
the stability of the system. EDX line scan of the particles (figure C.2¢c-d)
furthermore supports that iron leaches out of the particles during OER
which was indicated by XPS. This shows, however, that the oxidation that
was seen with XPS only penetrates a few nanometers into the surface.

Activity measurements were made in Np-saturated 1.0 M KOH with RDE at
1600 rpm and is summarized in figure 4.4. The background activity of the
gold substrates were measured for three independent samples treated in the
same manner as the nanoparticle samples - except for the deposition itself.
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Figure 4.3: XPS Ni2p3=, (a) and Fe2ps=» (b) and identical-location SEM before
(c) and after OER (d) of 6.7 nm particles. The arrows are a guide to the eye.

This activity is subtracted from the nanoparticle activity measurements.
The measurements were started with five cyclic voltammograms (CVs) at
10mVs ! followed by 2hours constant potential at 1.6 Vrye and finished
with a CV to assess the activity. Examples of the mass-normalized activity
for each size is shown in figure 4.4a. The average mass-normalized activity
of three independent samples per size is shown in figure 4.4b at three
different overpotentials = 270mV, 300mV, and 370mV. The 3.9 nm and
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Figure 4.4: Comparison of OER activities. (a) mass-normalized potential sweep at
10mVs ! after 2 hrs chronoamperometry. (b) same type of data as in (a) repre-
sented as a bar plot at three select overpotentials, = 270mV (hatched), 300 mV
(light) and 370 mV (dark) averaged over three independent samples per size. (c)
TOF at 300mV overpotential assuming three different models for the active site:
all deposited metal atoms are active (TOFpyik), only the outermost layer of metal
atoms are active, (TOFgyrface), or all the Ni?* /Ni3*=4* redox-active atoms are ac-
tive, (TOFredox). (d) TOF at 300mV overpotential for state-of-the-art non-noble
alkaline OER catalysts compared to the 5.4 nm nanoparticles from this study. Where
possible, multiple models for the calculation of TOF are included. See paper II for
references to the data in (d)°?.
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5.4nm nanoparticles are clearly the more active nanoparticles with respect
to utilization of the catalyst. Figure 4.4c shows turnover frequencies at

300 mV overpotential calculated assuming that all the deposited metal
atoms are active (TOFpyk) for a worst-case estimate of the intrinsic activity
of these particles. Figure 4.4d shows that our worst-case estimate for the
5.4nm nanoparticles is comparable to or even better than the intrinsic
activity of other state-of-the-art catalysts in the field at 1:2  0:3s 1. If we
assume that only the surface metal atoms are active in the reaction, the
turnover frequency, TOFgyrface, is a factor five higher at 6:2 1:6s 1A
third estimate is given by the integral of the Ni reduction peak that is
normally attributed to the Ni?* /Ni®*=#* redox couple.*® This is shown in
figure 4.4c as TOFeqox and coincides with TOFpyk for the 3.9 nm particles,
but seems to follow the trend of TOFgyrface With increasing particle size.

To further test the stability of the particles beside the SEM analysis, about
100 ng 6.7 nm NigFe nanoparticles was deposited on a piece of gold foil that
was treated similar to the gold stubs. This catalyst was then tested at
constant 1.6 Vrye giving a stable current for 1000 hours. % Characterization
following this test was not done, but the very small amount of initial
catalyst attests to the stability of these systems.

4.2.2 Lattice oxygen exchange

Assuming that activity leads to oxygen in the metal lattice exchanging with
the reactants, isotope-labeled studies using 0 coupled with operando
mass spectrometry is a strong method to distinguish between bulk and
surface catalysis.® This has been used previously to claim the involvement
of lattice-oxygen for OER on Au®*, IrO,/Ti%, and Ru-based catalysts®*°
among others. Some studies that did not indicate the involvement of lattice
oxygen includes Pt®" and oriented rutile RuO, thin films®®. A nice table
comparing these various studies has been compiled by Sgren Scott.%®

A study by Shao-Horn and co-workers suggest that lattice oxygen exchange
happens on materials that show a pH dependence on the activity.’® Since
Ni(Fe)OxHy catalysts shows a higher catalytic activity at higher pH'"*, they
would be expected to show the involvement of lattice oxygen.
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The isotope studies conducted here relies on the extreme sensitivity of
EC-MS and the ability to quantify products to be sure that we can detect
any lattice oxygen evolved.”® Three methods are adopted in this study to
probe the lattice oxygen exchange: these are depicted in figure 4.5 and are
referred to as procedure a, b, and ¢. They all depend on labeling the
catalyst with either 00 or 80 before testing for OER and then testing for
OER in an environment rich in the other isotope. Thus, in procedure a, the
catalyst is prepared fully metallic, and when it is removed from UHV, a
thin oxide layer is formed on the surface containing the 160 from air. The
catalyst is then oxidized electrochemically in isotopically normal electrolyte
so the resulting hydroxide is fully labeled with light oxygen: M(*OH),
where M represents the Ni and Fe atoms. OER is next performed in
electrolyte labeled with 0, so that any 180 detected with LEIS afterwards
should originate from the OER measurement. In procedure b, the labeling
steps are opposite: the catalyst is electrochemically labeled in O-rich
electrolyte (- 95% *0) with OER performed in electrolyte containing
natural isotope ratios (99:8 % ®0). We believe that the oxidation process
involves gaseous oxygen and water according to the equation

M + 0:5%0, + H20 ¥ M(**0oH)(**0nH) (4.4)

resulting in an isotope distribution in the catalyst that is roughly 1 :1
between the two isotopes. In procedure ¢, the catalyst is oxidized in O, in
UHYV before the catalyst is exposed to air with subsequent OER performed
in 160.

The three procedures in combination are meant to overcome the difficulties
arising from the questions regarding whether or not natural 60O from the

air might spontaneously exchange with oxygen on the catalyst surface
before and after OER.

Proper LEIS characterization after OER is very difficult because even when
rinsed thoroughly in ultrapure water (18.2MQcm 1) the outer layer is
completely covered in adventitious carbon (or at least fully terminated by
hydrogen) as indicated by the black ”as-received after OER” spectrum in
figure C.5. Here, only the background signal from Au (at 925eV) is visible
along with a huge broad background at low energies characteristic of
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adventitious carbon. This layer covers the oxygen region at  400eV and is
easily removed by sputtering with helium for a short while. In figure C.5
the sample is sputtered 4 minutes at 10 mA emission current (1x1 raster)
with 1keV He to get rid of this layer and reveal the oxygen peaks.

Following the methods in section 2.1.1, I assume a generic sputter rate for
NisFe of ryipe = 0:75 0:66 4+ 0:25 0:71 = 0:67pms * and an effective
sputter yield of Ynire = 0:75 0:145 4+ 0:25 0:150 = 0:146. If the dose of
1keV He™* that was used to clean the adventitious carbon from the surface
is applied instead to a clean surface, the estimated sputter damage
corresponds to about a monolayer:
i 3

rt=rnire ﬁ Yire t= 0672 1770% 0:146 240s = 4A (4.5)
When samples are brought into the UHV chamber from OER, they are
sputtered 2-4 minutes with 1keV He at 10 mA emission current to remove
the adventitious carbon. Even if the interesting signal only sits sensitively
at the outer surface, only a small part of this should be lost before we are
able to see the oxygen region beneath the adventitious carbon in LEIS.
After the initial assessment of the surface, the catalyst is sputtered
30 minutes with 1keV Ar to see if the signal changes deeper down. Again,
following section 2.1.1, this corresponds to about 7.2 A or 2 monolayers. For
one of the samples we investigated, I tried to sputter through the
nanoparticles in order to verify this estimate. The result for 6.7 nm NizFe
nanoparticles is shown in figure 4.6. Rough relative quantification was made
for regions containing oxygen and fluorine peaks, potassium and argon
peaks, and the nickel-iron peak, by subtracting a linear background. From
the LEIS spectra in the top panel, the signal of the three regions quickly
become so small that they drown in the background from the gold substrate
peak. After 190 minutes of argon sputtering, the Ni/Fe signal (as measured
after OER and after cleaning the adventitious carbon peak) is reduced to
about 2-3% (lower panel figure 4.6). It was also seen with XPS (not shown
here) that the Ni and Fe peaks were very small at this point. A rough
estimate from this gives a sputter rate per 30 minutes (1keV Ar):
6:7nm 30 min=190 min = 1 nm or about 3 monolayers. This type of sample
is not well suited for such a calibration since uneven or preferential
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Figure 4.6: Depth profile of 6.7nm particles to calibrate the sputter rate. Top
panel shows a selection of LEIS spectra with the various integrated regions with
linear background subtraction: oxygen region in red, potassium in purple, and the
nickel-iron peak in blue. Bottom panel shows the integrated signals of each region
relative to the measurement after OER. After 190 minutes of 1keV Ar sputtering,
the nickel-iron signal is very small.
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sputtering as well as mixing with the substrate will blur the transition
where you sputter through the layer of interest. Since the substrate peak is
always visible, this will just mean an exponentially decaying tail of the
signal of interest. Furthermore, there are both double mass particles and
places where nanoparticles land in a group atop one another. However, it
does indicate that the estimates made from section 2.1.1 are correct at least
within a factor of two. For this, we assume that 30 minutes of 1keV argon
sputtering corresponds roughly to the removal of 1 nm. The samples for the
isotope studies were treated a little differently than the samples for activity
measurements. The latter were not sputter cleaned in UHV prior to
deposition as evidenced by the broad O/F region in the as-prepared
spectrum in figure 4.6 that is comparable in intensity to the oxygen signals
we are interested in. The reasoning for this was to avoid sputter-induced
defects that might make the Au substrate more active towards OER. As we
for the isotope study are mainly interested in the oxygen-exchange
phenomenon, the Au substrates were here sputter cleaned before deposition
and the coverage was not controlled exactly, but in general increased to
20-25 % to increase the signal from the nanoparticles. Furthermore, OER is
measured in 0.1 M KOH labeled isotopically according to the procedures in
figure 4.5. The calibration of the EC-MS setup for these measurements are
explained in figure C.3.

The results from the isotope experiments are collected in figure 4.7. The
EC-MS plots show the first CV after isotope labeling that was anodic
enough for OER for each procedure. The data is shown by the measured
m=z = 34 signal (*¥080) along with the m=z = 34 signal expected given
the isotope ratio in the electrolyte. To illustrate the sensitivity of the
EC-MS setup, it is simulated how big the signal would be if 1% of the
surface oxygen were to be released as OER products over the course of 5,
15, or 45seconds. Shown for each procedure is the corresponding LEIS
measurements with the as-prepared catalyst (black), after OER and cleaned
for adventitious carbon (blue), and after OER and sputtered 1 nm with
1keV Ar (red). All the LEIS spectra are normalized to the intensity of the
Ni/Fe peak.

For procedure a, the measured m=z = 34 signal coincides exactly with the
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Figure 4.7: EC-MS and LEIS results from isotope-labeled oxygen exchange exper-
iments. (a) Procedure a, (b) procedure b, and (c) procedure c. EC-MS shows the
first CV after isotope-labeled oxidation of the catalyst with the O, signal scrambled
from the presence of the minor isotope, 200 (m=z = 34). The expected signal
is calculated as a constant fraction of the major isotope, 80, (m=z = 36) in (a;
dashed green) and 0, (m=z = 32) in (b-c; dashed black). The dashed curves in
EC-MS for time < 0 is the simulated signal if 1% of the total surface oxygen were
to come out as 200 over the course of 55 (magenta), 15s (cyan), or 45s (blue).
LEIS show spectra for as-deposited (black), after EC-MS sputtered with He (blue)
and sputtered 30 minutes with Ar (red).
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signal expected from the isotope ratio of the electrolyte indicating that no
oxygen exchange is taking place. The LEIS characterization is tricky
however. The sample for this procedure was deposited on a glassy carbon
stub instead of a gold stub in an effort to improve the sensitivity by getting
rid of the large background signal from gold. But it was next to impossible
to rinse the sample completely of the isotope labeled electrolyte as
evidenced by the potassium peak present in equal amounts after OER and
Ar sputtering. This sample shows a peak after the 120 peak that can be
attributed to either 20 or °F. Compared with the pure 0 peak for
procedure ¢ (black spectrum), this peak is slightly shifted to the right and
is likely a combination of fluorine and isotope labeled oxygen bound in the
dried electrolyte. The signal is reduced, but still present after sputtering for
30 minutes with 1keV Ar. The inefficiency of the rinsing after OER is
attributed to the microscopically rough glassy carbon surface. The strength
of this procedure should have been the sensitivity of LEIS since the catalyst
is only exposed to increased amounts of O during OER, but this ended up
to be countered by the sticking electrolyte. The decreased isotope purity of
the electrolyte means EC-MS is less sensitive for this procedure.

In procedure b, the catalyst is deposited on a sputter cleaned gold stub and
labeled electrochemically with 0O followed by OER in 160 with the
expected scrambling resulting from 99:8 % 0. The measured m=z = 34
signal also here coincides with the expected signal, and the isotope ratio
measured with LEIS after OER is roughly 1:1 and does not change after

30 minutes 1keV argon sputtering. This ratio is what was expected due to
natural oxidation in air before the sample is introduced in the labeled
electrolyte. The small amount of m=z = 36 is attributed to the sample not
being rinsed between the labeling and OER measurement. Procedure C is
conducted in the same manner except that the sample was pre-labeled with
180 by preheating the sample to 440 C for 30 minutes and then dosing 80,
for 10 minutes at 1 10 ®mbar. Figure C.4 shows XPS spectra for the
synthesis process as well as after OER, LEIS characterization and argon
sputtering. A metallic Ni2p3-» peak is still visible after the labeling step
although clearly oxidized to a degree. The oxidized peaks could be
consistent with the formation of a NiFe;O4 phase.™® After OER in 10, the
oxidation states look more like hydroxides consistent with the XPS analysis
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for the activity and stability measurements. After sputtering, the oxidation
state moves back to the dry oxide state. With EC-MS, we measure slightly
more M=z = 34 signal than expected (figure 4.7). LEIS shows a pure 0O
peak after the partial 2O oxidation in UHV. After OER in 00, we see an
isotopic ratio roughly 2:1 of 00:80 which after sputtering 30 minutes with
argon reduces to the 1:1 ratio that was expected by the electrochemical
oxidation. There is no obivous signal from dried electrolyte as in procedure
a, so the increased %0 signal right after OER could be explained by either
180 during oxidation or air exposure filling out the vacant sites after the
partial oxidation in UHV, or by lattice oxygen exchange during OER.
Control experiments without doing OER was made to ensure that the
labeling of the oxidized catalyst does not spontaneously exchange with
contact to air or water.®” Given the small amount of excess m=z = 34
detected, the increased 160 ratio is likely because of the partial oxidation.
A strong point here, is that the 0 detected at the surface immediately
following OER can only have come from the original UHV labeling
regardless of the origin of the increased amount of 60,

The above results have their own uncertainties, but together indicate that
oxygen exchange does not take place on our NigFe nanoparticles in any
notable amount. Given that these nanoparticles are (nearly) metallic at the
core and might not be representative for conclusions about NiFeOxHy
systems in general, a NiFeOxHy thin film was electrodeposited according to
the method by [*/] and tested according to procedure a. This did not show
any notable oxygen exchange either. To prove that the setup indeed can
detect oxygen exchange, the > 1 ML lattice oxygen exchange reported by
Fierro et al.® on IrO,/Ti in acid was reproduced following procedure a.
The result of this is shown in figure 4.8a, while figure 4.8b shows the
integrated calibrated signals for quantified comparison of the three samples
of nanoparticles and two films. It is clear that the IrO2 involves lattice
oxygen although it only corresponds to about 7% of the total amount of
evolved oxygen from the electrolyte. The NiFeOxHy systems, in
comparison, shows virtually no oxygen exchange. The small quantified
amounts can largely be explained by cross-contamination between labeled
electrolytes and background subtraction in the integration process.
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Figure 4.8: Lattice oxygen exchange of IrO, compared with our study. (a) EC-MS
data showing excessive m=z = 34 signal produced during OER in H38O electrolyte on
Ir(*80),. (b) Quantitative comparison between the IrO; film in (a) and the results
in figure 4.7. Red bars (left y-axis) show the measured Oz exchange in monolayer
equivalents. Orange hatched bars (right y-axis) show the ratio of exchanged lattice
oxygen relative to the total amount of evolved oxygen. While IrO, shows a clear
lattice oxygen evolution in a quantified amount corresponding to about 2 ML, the
varying results on the nickel-iron nanoparticles and thin film can be considered the
baseline resolution of the EC-MS with this technique.

4.2.3 Summary

Mass-selected NigFe nanoparticles of measured sizes 3.9, 5.4, 6.7, and
8.4nm was deposited with the cluster source. We find that the as-deposited
iron-content of the systems vary around the nominal 25 % of the used
sputtering target, but following OER, iron leaches out of the system leaving
a more consistent iron concentration of about 15 % near the surface.
Identical-location SEM and HRTEM shows that the particles do not
coalesce during the 2 hour measurements, and a 1000 hour stable
measurement at constant potential for 100 ng 6.7 nm nanoparticles indicate
that the systems are very stable. XPS and EDX show that the outer few
nanometers of the particles are oxidized during OER measurements to a
NiFeOxHy system that is more metallic at the core. The highest
mass-normalized activity is found for the 5.4 nm particles, which at 300 mV
overpotential corresponds to a turnover frequency of 1:2  0:3s L to
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6:2 1:6s ! depending on whether you assume all the metal atoms to be
active or only the surface.

To probe the difference between bulk and surface activity, and to
investigate whether lattice oxygen plays a role in the oxygen evolution
reaction, isotope experiments with isotope-labeled oxygen are conducted
using electrochemical-mass spectrometry and low-energy ion scattering. We
find no evidence of lattice oxygen being exchanged during oxygen evolution,
and low-energy ion scattering experiments indicate that the original isotope
concentration of the catalysts remain largely unchanged after oxygen
evolution. This means that the original lattice oxygen stay put, at least up
to the outer surface, and is not involved in any significant OER mechanism.
With this reasoning, we claim that the reaction only takes place at the
surface. Hence, TOFsyrface = 6:2 1:6s ! from figure 4.4 is the best
estimate of the intrinsic activity. This sets the record for the number of
oxygen atoms produced per second for any alkaline OER catalyst at an
overpotential of 300 mV.
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4.3 RuO, thin Ims

NiFeOxHy-based catalysts are the preferred choice for alkaline electrolyzers.
In acid, however, only ruthenium and iridium oxides are both stable and
active enough to be viable catalysts, although even these catalysts have
much need of improvement in these areas.’?{’°

4.3.1 Intrinsic activity

Cyclic voltammograms in 0.1 M HClO4 for RuO, (100), (101), and (110)
single crystals are compared in figure 4.9 to RuO> thin film formed by
reactive sputtering with 20 % oxygen and 80 % argon with the substrate
kept at room temperature (RT), 200 C, 300 C, and 400 C. The
pseudocapacitances of these films are very large and decrease significantly
with the annealing temperature. Thus, the 400 C RuO; film has the lowest
capacitance which is still more than 10 times larger than the single crystal
films. XRD analysis (not shown here) indicates that the room temperature
sputter deposited films are amorphous and the films sputter deposited at
elevated temperatures show increasing crystallinity. Shown in figure 4.9c¢ is
the potential corrected for the ohmic drop as a function of the geometric
current density which shows that the films are more active than the single
crystals with the more crystalline surfaces being less active. When
normalizing the current to the capacitive charge, it seems pretty clear that
the films share the same intrinsic activity, but that it is just a matter of
available active surface area.

The films were tested in the EC-MS setup in electrolyte labeled with 180.
Since the background signal at m=z = 36 is much lower than for m=z = 32,
this offers much better sensitivity towards low amounts of evolved oxygen.
To see how far we could lower the potential and still detect oxygen
evolution, a high surface area RuQO; foam was deposited electrochemically
following the procedure by Winiwarter et al.”” The result is shown in figure
4.10 where evolution of 80, is detected all the way down to 1.29 VRng, or
60 mV overpotential. Estimating the turnover frequency for the films and
foams®’, and comparing them in figure 4.11, they all seem to share the
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Figure 4.9: RDE activity of RuO; single crystals (black) and thin films (blue). CVs
of (a) single crystals and (b) thin films sputter deposited at different temperatures.
Activities compared as potential versus (c) geometric current density and (d) ECSA
normalized current density. Points represent steady-state measurements while curves
are from CVs. Data and figure by Reshma Rao.

same intrinsic activity. The evidence of oxygen evolution at lower
overpotentials than seen before is therefore not a groundbreaking discovery
of a new highly active material, but rather the engineering of high surface
area catalyst coupled with a measurement technique more sensitive than
previously employed.

4.3.2 The question of lattice oxygen and stability
The thin films were investigated with isotope labeled EC-MS experiments

to probe the mechanisms for oxygen evolution at low overpotentials. In the
following, I focus on the thin films sputter deposited at room temperature,
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amorphous RuQO», and at 400 C, rutile RuO». Inspired by procedure a in
figure 4.5, rutile Rut®O, was cycled in *O-enriched electrolyte to label it
with 180 as a hydrous oxide. Followed by LEIS characterization in figure
4.12 (Treatment 1), we find that the labeling only is about a monolayer
thick as evidenced by the large 180 ratio after helium sputtering at a dose
corresponding to the one that will be used to clean the surface of
adventitious carbon (see the section on NigFe nanoparticles). Sputtering
the surface for 20 minutes with argon completely removes the trace 180
signal. 20 minutes correspond to removal of about 2 monolayers following
the assumptions of section 2.1.1. A new calibration sample asserts that this
is minimum 1 monolayer and maximum 4 monolayers (see appendix B for
details).

The same sample was then cycled more aggressively in labeled electrolyte,
which gave a clear 1:1 ratio between 80 and *0O - Treatment 2 in figure
4.12. The sample was then used for YOER, after which the surface shows
an increased concentration of 0. Removing a few monolayers strongly
increases this signal. The presence of 0 after oxygen evolution indicates
that the film does not completely exchange its surface oxygen with the
electrolyte or reaction products. However, quantifying the amount is
difficult since we do not know whether or not the higher concentration of
180 is due to lattice oxygen exchange or because of shallow isotope labeling

Figure 4.10: Oxygen evolution on RuO> foam in *¥O-labeled electrolyte. (a) EC-
MS at a series of potential holds, and (b) a zoom-in on the low overpotential region
where evolution of 180, is detected down to overpotentials of only 60mV. Inset
shows an SEM image of a cross-section of the foam.
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Figure 4.11: Estimated intrinsic activity of the RuO; thin films and foam. (a)
quantified rate of oxygen evolution, and (b) estimated turnover frequencies.

- especially when considering dissolution processes which are known to be
significant for RuO,. ’®

At this point, we realized that we needed a proper Ru*®0; labeling for
these experiments similar to procedure ¢ in figure 4.5. The first effort at
this was to sputter deposit a metallic ruthenium film, which I then cleaned
in UHV by removing most of the native oxide layer by argon sputtering,
and then heating in UHV to 300 C while exposed to 20, for 90 minutes.
While this produces a distinct 180 oxide layer as seen in figure 4.13, it is
also evident from leaving it in the load lock of the Omicron system exposed
to atmosphere for 12 hours that the oxidation is not stable or complete.
Rather than search the literature for the correct way to accomplish this in
UHV or begin a lengthy trial-and-error based experiment, the best
experiments would clearly be obtained by synthesizing the oxide films
directly by reactive sputtering as before, but this time labeled with 20O by
feeding labeled oxygen into the argon mix instead of normal oxygen. This
conclusion coincided with the need to replace the channeltrons of the
NanoSAM energy analyzer on Omicron thereby putting both Omicron LEIS
and XPS out of commission for 3-4 months. All the following films are
therefore synthesized by reactive sputtering with 20 % 05 and 80 % Ar all
LEIS spectra obtained by Sgren Scott on the ” Thetaprobe” UHV
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Figure 4.12: Ru!®0; thin film that was electrochemically labeled with 8O by
cycling the film in labeled electrolyte. In treatment 1 (left), the film showed a 1:1
isotope ratio after cycling (green), but light helium sputtering (purple) removes most
of this. After 20 minutes 1keV argon sputtering (red) the 80 signal is completely
gone. In treatment 2 (right), the film was labeled by cycling more aggresively which
show an intense 1:1 isotope ratio (green). After OER, we see an enrichment of 60
(purple). 20 minutes of argon sputtering further reduces the 80 peak (red).
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characterization system by ThermoFisher Scientific. Treating the LEIS
data is done by me.

Figure 4.13: LEIS characterization of first effort at labeling a Ru thin film with
180 in UHV. The as-received film (black) was sputtered with argon to reduce the
native oxide layer (gray). Annealing to 300 C in 0, (green), but exposing it to
air for 12hours (red) clearly reveals a partial oxidation.

In the following part, an effort was made to make a systematic quantifiable
study of the dissolution and activity coupled with oxygen exchange for
amorphous and rutile ruthenium oxides and compare it to iridium thin films
where oxygen exchange has been verified. As mentioned previously, this
produced a lot of data that is still being sorted through. One tool in this
process is by automatically integrating the oxygen peaks and deconvoluting
the two oxygen isotopes. An example of a guiding overview plot is shown in
figure C.6 with an inset illustrating the deconvolution of the two oxygen
peaks for one data set. This helps in sorting through the data sets and
identifying patterns. For example, the points in figure C.6 showing more
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than 30 % 00 content tends to be measurements that also contain a lot of
titanium signal from the binding layer, and these measurements are likely
not a good representative measurement for quantifying the lattice oxygen
exchange. Quantification is here done by using reference samples for the
two isotope peaks compensated by subtraction of a linear background. The
reference peaks are then scaled to fit the experimental spectrum and the
ratio of each scaled peak compared to the total signal of the oxygen peaks.
I noticed that some spectra were shifted arbitrarily by up to 10eV which
is presumably due to the samples charging because of insufficient
grounding. To handle automatic fitting of the spectra, each spectrum
(including the reference spectra) has been shifted to align the most intense
oxygen isotope peak with the expected peak position.

Preliminary conclusions are based on four different samples: amorphous
Ru'®0y, rutile Ru®0, at 0.5 mA cm 2 and 0.05mA cm 2, and a Irtf0,
thin film that was turned into a hydrous 0 oxide by electrochemical
cycling. All the measurements are done at constant current density of
0.5mA cm 2 unless stated otherwise. Samples have been taken of the
electrolyte at several intervals for analysis of dissolved metal atoms via
inductively coupled plasma mass spectrometry.

Figure 4.14 shows the oxygen exchange experiment on amorphous Ru'®O,
with panel (a) showing the ICP-MS/EC-MS plot of the experiment. The
top panel shows the average dissolution rate of Ru atoms based on samples
taken at intervals marked by the blue dashed lines. The middle panel shows
the mass spectrometer data with the quantified 1080 signal in red on the
left y-axis and the 160, signal in black on the right y-axis. The axes are
scaled such that the signals overlap if no excess signal of the scrambled
isotopes are generated. The bottom panel in (a) shows the electrochemistry
data where the potential is ramped to produce a constant 0.5 mA cm 2 at a
steady state potential 1.40 Vryg for 30 minutes. In the first couple of
minutes when the potential is ramped, a total amount of 1280 pmol Ru
atoms dissolve compared to 14 pmol of 20 lattice oxygen incorporated in
the oxygen evolution products. In the steady state part of the
measurement, 5320 pmol Ru atoms dissolved compared to 133 pmol lattice
oxygen evolved. Figure 4.14b shows the LEIS data before and after the
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Figure 4.14: Oxygen exchange on amorphous Ru'®0;. (a) ICP/EC-MS plot of
constant current experiment at 0.5mA cm 2, and (b) LEIS spectra aligned to oxygen
peaks before and after OER with quantification of the oxygen isotopes. After OER
experiments 0 content is enriched from 10 to 29 %.
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oxygen evolution. The initial isotope distribution from reactive sputter
deposition is 10 % 00 and 90 % 80. After oxygen evolution, the isotope
ratio increases to 29 % 80, but decreases back to 19 % 00 after some
sputtering. This is roughly the bulk isotope composition before OER
indicating that the exchanged lattice oxygen atoms stay close to the surface.

Comparing this to the rutile Ru'®O, thin film in figure 4.15 measured
under the same conditions, we see a slightly higher dissolution rate of Ru at
1700/6020 pmol Ru atoms dissolved during the potential ramp/ constant
current measurement. This is an unexpected result, since crystalline RuO»
is expected to be more stable against dissolution than amorphous RuOs.”®
The increased instability is likely related to the unwanted presence of
bubbles in the EC-MS setup, which is what causes the spikey noise in the
middle panel in figure 4.15a. The dissolution is compared to a lower
amount of detected lattice oxygen: 0/56 pmol. A steady state potential of
1.43 Vrue was needed to drive 0.5 mA cm 2. The initial bulk isotope ratio
is 17 % 0. After oxygen evolution, the ratio is increased to 27 % €0
which drops back close to bulk concentration after sputtering: 19 % 0.

Another rutile Ru®0; sample is measured in figure 4.16 with the
measurement performed with a 10x lower constant current (at steady state
potential 1.41 Vrng). Here, the dissolution rates are generally much lower,
but similar for the two regions: 151/147 pmol. The evolution of lattice
oxygen is measured as 0/13 pmol. The isotope ratio changes from 20 % €0
to 25 % 160 after oxygen evolution. No LEIS spectrum available after
sputtering.

An amorphous (sputter deposited at room temperature) Ir'80, was labeled
with 80 by cycling it in electrolyte to turn it into a hydrous oxide. This
results in an isotope ratio of 25 % 0O (labeling depth unknown) as shown
by the ”as-prepared” curve in figure 4.17. A foreign peak corresponding to
chloride from the electrolyte is also visible. After oxygen evolution in
unlabeled electrolyte, the isotope ratio increases to 54 % 80 which drops
back to 31 % 80 after sputtering. The oxygen evolution experiment in
figure 4.17a shows 171/280 pmol Ir atoms dissolved during the ramp up to
and hold at constant current 0.5 mA cm 2 (1.47 Vrue) compared to

64/203 pmol lattice oxygen evolved.
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Figure 4.15: Oxygen exchange on rutile Ru'®0,. (a) ICP/EC-MS plot of con-
stant current experiment at 0.5mA cm 2, and (b) LEIS spectra aligned to oxygen
peaks before and after OER with quantification of the oxygen isotopes. After OER
experiments 160 content is enriched from 17 to 27 %.
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Figure 4.16: Oxygen exchange on rutile Ru!®0,. (a) ICP/EC-MS plot of con-
stant current experiment at 0.05mA cm 2, and (b) LEIS spectra aligned to oxygen
peaks before and after OER with quantification of the oxygen isotopes. After OER
experiments 0 content is enriched from 20 to 25 %.
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Figure 4.17: Oxygen exchange on amorphous Ir'®0, labeled with 0O by cy-
cling electrochemically. (a) ICP/EC-MS plot of constant current experiment at
0.5mAcm 2, and (b) LEIS spectra aligned to oxygen peaks before and after OER.
with quantification of the oxygen isotopes. After OER experiments O content is
enriched from 25 to 54 %.
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Although we for all types of samples seem to see some degree of lattice
oxygen participating in oxygen evolution, it is clear by comparing the axes
on figures 4.14 to 4.17 that it is a seemingly insignificant amount of the
total evolved oxygen as also evidenced in the last section. The initial bulk
180 content is 10 % for the amorphous RuO; film and 17 - 20 % in the two
rutile RuO2 films, which might be due to variations of the isotopic purity of
oxygen during sputter deposition - likely because of something desorbing
when the sample is heated to 400 C. After oxygen evolution, the 180
content increases to 25 to 30 % on the RuO> thin films. It is interesting
that these films seem to reach the same surface concentration of 180 after
OER, although this can be an artifact of the difference in initial isotope
ratios of the prepared amorphous film versus the two rutile films. The
amorphous film does seem to have a higher rate of lattice oxygen evolution
which might lead to the relatively higher enrichment of °O after OER. The
dissolution Ru atoms of the three RuO; films is much larger than the
oxygen exchange, which could either explain why the isotope enrichment
does not penetrate very deeply into the surface, or alternately, be the cause
of the isotope scrambling. If not all the lattice oxygen per dissolved
ruthenium atom follows said atom, it will necessarily have to end up in the
electrolyte where it near the surface might cause an enrichment of 0
which then reacts on the catalyst causing an increased m=z = 34 signal.

For the iridium hydrous oxide film, however, the measured dissolution of
iridium atoms is on the same scale as the evolved lattice oxygen. It would
therefore be obvious to consider that the dissolution process is tied to the
minor ”catalytic” pathway. Of course, if the pathway always require the
dissolution of the metal atom, then it is by definition not catalytic.

Lastly it should be stressed that the considerations given here is only based
on the reduced data set consisting of four different types of samples. To
really assert trends, we have to consider the more complete data set.

4.3.3 Summary

Ruthenium oxides were sputter deposited at different substrate
temperatures: room temperature, 200 C, 300 C, and 400 C. The coldest
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sputter deposition produced films that was amorphous in nature with the
crystallinity increasing with sputter deposition temperature up to a rutile
phase at 400 C. The different films show the same intrinsic activity which
is higher than that of RuOz (100), (110), and (101) single crystals. To
probe the onset potential of oxygen evolution, a high surface area
ruthenium oxide foam was electrodeposited on which we were able to detect
the evolution of oxygen down to overpotentials of only 60 mV, which is the
lowest yet reported in the literature. However, since the intrinsic activity is
roughly the same as the thin films, this record-low onset potential is
attributed to the unparalleled sensitivity of the measurement setup coupled
with the high surface area electrode. This proves that the ”onset potential”
- while commendable for the description of real catalysts - is a bad metric
for describing the intrinsic activity of new (and old) catalysts.

Furthermore, we found preliminary results indicating that there is a small
degree of lattice oxygen exchange on the ruthenium oxide thin films that is
constrained to the very near-surface region. Since dissolution of ruthenium
atoms is larger by at least an order of magnitude than the evolved lattice
oxygen, it is likely that the lattice exchange is an effect of the dissolution
mechanism. For a hydrous iridium oxide film, lattice oxygen evolution is
greater than for the ruthenium films, but is comparable to the dissolution
process. Here, the evolution of lattice oxygen could very well be a minor
conversion pathway in the OER scheme which in turn induces the
dissolution of iridium.

4.4  Remarks on the projects

A thing that has always bothered me with the project on the nickel-iron
nanoparticles in the first part of the chapter, is the seemingly non-sensible
activity trend in figure 4.4c. If the story was to be continued, I would like
to see the addition of particles smaller than 3.9 nm and larger than 8.4 nm
to see whether they would support the current interpreted trend or if it is
simply the scatter of the data points. For smaller nanoparticles, the
TOFpuik and TOFeqox should coincide and TOFgyrface should approach
these values. The constant offset between TOFgrface and TOF reqox indicates
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that the thickness of the redox active surface is constant. While the
electrodeposited nickel-iron oxyhydroxide thin film was the more relevant
comparison to the literature, a more direct link between the two for our
study, would be to sputter deposit a metallic NigFe thin film. Its TOFegox
should have roughly the same offset from the TOFgyrface, and it would be
interesting to compare its turnover frequency to the electrodeposited
electrode and the nanoparticles. Whether or not the oxygen evolution
reaction takes place only on the outer surface layer (TOFgyrface) or in the
redox active near-surface region (TOF egox) is not entirely unambiguous.
We did not however find evidence of any lattice exchange. Given the
stability of the NigFe system compared to the measured corrosion rates of
RuO;2 and IrOz thin films that do exhibit some degree of lattice oxygen
exchange, the apparent lack of this for NigFe makes sense.

We are currently developing the tools to organize the large amount of data
generated in the complex RuO7 experiments. We go about this by setting
the data up in an object-oriented structure that mimics a relational
database, which would be the correct way to go about it. It has been quite
an effort, but for writing this thesis, I was quite happy with the tools we set
up. The overview plot in figure C.6 along with the insets was easily
generated with these tools. It is the hope when we finish this project, that
these tools will evolve into the planned framework ixdat which will help
other scientists to organize complex-data projects.®’
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Chapter

This last chapter is all about temperature-programmed desorption using
carbon monoxide as the probing molecule (CO-TPD). Implementing this
method in a version where the sample under investigation is cooled with
liquid nitrogen, was a project originally started as part of my master’s
thesis under supervision of Anders Bodin?’, then carried over into the
project description of my PhD and is still ongoing. This chapter is therefore
devoted to describing how TPD is presently implemented on Omicron along
with some of the experiences that went behind it.

The chapter first motivates the implementation of the technique followed by
technical details in section 5.2. Some of the general experimental procedures
are explained in section 5.3 which will be relevant to users of the setup and
for understanding how the results in section 5.4 was acquired. CO-TPD is
used for preliminary investigations of mass-selected copper nanoparticles in
section 5.4.2 and of palladium-tin alloy thin films in section 5.4.3.

5.1 Motivation

CO-TPD is a common method, but implemented here by a custom design.
To motivate this, I will answer the two following questions: 1) Why is
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Figure 5.1: Grouping of various metals according to their binding energies of inter-
mediates, AEco and AEy . The metals are colored by their major CO; reduction
reaction products: Hy (red), HCOOH ( ), CO (blue), and CHa, C2Hyg and other
products beyond CO ( ). When shown this way, copper clearly stands out
as its own unique group. Figure reprinted from [%'].

CO-TPD interesting? and 2) Why does it have to be cooled with liquid
nitrogen?

As described in section 2.1.5, TPD allows us to probe the reactivity of a
surface towards any gas we choose to expose the surface to. Probing the
reactivity by dosing CO, is referred to as CO-TPD. The reactivity is in the
form of the desorption energy, which depends on the binding strength
between the (CO) molecule and the nature of the specific site (one or
several atoms involved in the interaction with the molecule). Remember
from figure 4.1 that the intrinsic activity and selectivity of a catalyst can be
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described by the binding energies of the reaction intermediates as binding
one intermediate too strongly or too weakly will limit the reaction rate or
choose one reaction pathway in favor of another.%%%%? To answer the first
question: CO-TPD experiments provide us with a map describing the
reactivity of the various sites which constitute the surface. When this is
coupled with other techniques, it can be used to identify the active site of a
catalyst, which allows us to design better catalysts that have more of these
sites available.® Since CO often bind with the carbon atom to the surface®,
this molecule can probe a lot of simple sites and makes an excellent generic
test molecule for determining for example the amount of step sites relative
to terrace sites. Perez-Alonso et al. used CO-TPD, for example, as evidence
for the active site of the oxygen reduction reaction on platinum being on
terrace sites.®* Naturally, the structure of a catalyst depends on the
atmosphere and one should be careful when trying to extrapolate UHV
results to working conditions under high pressure® or immersed in
liquids®®. So while UHV studies gives very useful before-and-after
information, it is important to also consider characterization techniques
describing the catalyst under operating conditions.

Copper is a unique electrocatalyst when it comes to hydrogenating CO and
COg,. This is conveyed in figure 5.1 where various metals has been plotted
versus the binding energy of adsorbed hydrogen and adsorbed carbon
monoxide. With the metals colored to indicate their major CO> reduction
products, the metals are clearly divided in four groups with copper uniquely
in the middle of the plot. Copper is the only pure metal catalyst that
converts CO and CO» into products like, CHg4, C2Hy4, and other
hydrogenated carbon products. The problem is that it is not very selective
towards a specific product, and so a lot of research has gone into identifying
the catalytic properties of copper.®’

This part of the project was motivated by the stir when oxide-derived
copper (OD-Cu) was discovered to favor multicarbon products over the
formation of methane or formate.®®%? Feng et al. correlated the ability of
multicarbon product formation of copper nanoparticles on carbon
nanotubes with the presence of grain boundaries.?’ Eilert et al. attributed
this explanation to the presence of subsurface oxygen”', while Fields et al.
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suggests that such oxygen would likely be either unstable or far enough
from the surface to have an effect®”. Recent evaluation of the results for
OD-Cu suggest that the intrinsic activity is not that different from
poly-crystalline copper except for the suppression of C1 products due to
local pH effects, °>°° while recent experiments by Lum and Ager indicate at
least three distinct sites in OD-Cu with different selectivities which are not
present on planar copper surfaces’. Copper single crystal studies never
show CO desorbing at temperatures higher than 250 K “*{° but CO-TPD
experiments on OD-Cu showed CO desorption extending up to the room
temperature region®’. They tried to explain the higher energy peak by
diffusion and readsorption of CO through the porous catalyst. However, a
good simulated fit was not achieved until they introduced a new active site
with a higher desorption energy than that of copper defect sites. In this
project, we wanted to investigate whether this high-temperature feature of
oxide-derived copper could be reproduced by creating a system of
well-defined mass-selected copper nanoparticles. Specifically, by slowly
increasing the projected coverage of particles, more of these will overlap
with each other. The sites around these connections might be unique and
representative of the grain-boundary type of sites which could explain the
reactivity. By using the cluster source for this, we have a means of
controlling the amount of overlapping nanoparticles in a well-defined porous
system. This can further be coupled with experiments where the porous
surface is treated by exposure to different gases such as oxygen to see if this
has a lasting effect on the reactivity of the surface.

This brings us to the second question: the full copper CO-TPD spectrum
has features starting down below 120 K, so while CO-TPD was already
possible on the setup®*, we would have to modify it in order to cool down
the samples as much as possible. A cooling extension to the sample
manipulator in the preparation chamber was available from Scienta
Omicron GmbH'? in order to cool down samples with liquid nitrogen.
This, however, would only be able to cool the samples down to 140-160 K,
since it works by copper braids attached to the sampleholder stage at one
end being cooled at the other. This way of cooling is too indirect for such
low temperatures as radiative heating from the surrounding system is too
large. By building a dedicated stage for CO-TPD, we can ensure that the
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sample has a good thermal contact to a cooling reservoir to reach the lowest
possible temperature.

5.2 Implementation

The method is implemented in the setup in such a way as to enable TPD
on samples with freshly prepared mass-selected nanoparticles and utilize
the characterization techniques in the setup. This infers certain
requirements for the sampleholder design as discussed in [*Y], and over the
course of my PhD project, I have made some adjustments to the initial
design to correct some mistakes and improve the functionality.

5.2.1 TUHYV design

The TPD setup is illustrated in figure 5.2 as a schematic (a) in relation to
the UHV chamber and (b) an image through a CF63 viewport. The TPD
assembly consists of a cooling block made of a OFHC copper cylinder 4 cm
in diameter so it fits through CF40 tubing. The cooling block is hollow
inside with two 1/4” tubes providing a connection to the atmospheric side
of the setup so liquid nitrogen can be circulated for cooling. In the original
design, the cooling block was sitting directly on the flange using the block
itself as a copper sealing gasket. By the end of that project, the first cooling
test showed that the connection started leaking when the temperature got
down to around 220 K.Y The leak was fixed by submersing the cooling
block in liquid nitrogen after the initial tightening of the bolts and nuts, and
then carefully tightening them some more when the copper had contracted
in the cooled state. This allowed us to reach about 175 K which was only
halfway to the goal. By modifying the COMSOL model of the system?’ to
fit the data I had acquired from the cooling test, it was very clear that the
block absorbed too much heat from the surrounding system, and the effect
was immediate when isolating the cooling block from the flange by floating
it on the LNy tubes. Extending this tubing to around 10 cm would reduce
the minimum temperature to about 89 K according to the model. A
thermocouple (K) is attached to the inside of the cooling block (figure 5.2b
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Figure 5.2: TPD setup overview. (a) Schematic. The TPD cube is pumped (gray
arrows) via the preparation chamber and connected via a sniffer to the QMS, which
is pumped via the analysis chamber. Gases are dosed via the preparation chamber
(green arrow). Samples are cooled by contact to a Cu block by flowing liquid nitrogen
through it ( ). The cooling block nests a filament for subsequent heating
with radiation of heat and electron bombardment (red box). (b) image of the cooling
block and sniffer. A thermocouple (TC 2) measures the temperature of the cooling
block. The sample thermocouple is contacted to TC 1. In this image, the sniffer is
approached to a sample, and the filament is glowing hot.

- TC 2) and now measures a minimum temperature of 84-85 K with the

10 cm tubes implemented. The thermocouple is attached by pushing it into
a small hole drilled in the side of the cooling block with a small rolled-up
copper mesh. Extending the tubes beyond 10 cm promised very little gain
in terms of minimum temperature based on the COMSOL simulations.
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The TPD chamber

The cooling block is assembled in a cube with CF63 and CF16 flange
connections on each face and corner, respectively. This is called the TPD
chamber or cube. Relative to figure 5.2:

The cube is attached to the preparation chamber where a small
wobblestick can reach the cooling block to insert and remove samples
from the right.

The cooling block is mounted from the bottom.

Electrical connections are made to the left flange. This contains a
double K-type thermocouple feedthrough to measure temperatures of
the sample and cooling block simultaneously, and two SHV
(10kV/5A) feedthroughs for the filament heater.

Top connects to the quadrupole mass spectrometer with the sniffer
separating the two chambers.

Front CF63 flange and the two closest top CF16 flanges have
viewports connected.

All remaining flange connections are blind.

Figure 5.2b highlights the alumel contact for the alumel part of the
thermocouple mounted on the sample. The corresponding chromel contact
is mirrored on the opposite side. They are isolated from the grounded
cooling block via PEEK spacers and this, I believe, sets the maximum limit
for the bakeout temperature of the TPD module to below 200 250 C. As
this is above the maximum bakeout temperature of the system (150 C),
this will rarely pose a problem. If using the cooling block assembly for
high-temperature purposes, one just have to keep an eye on the cooling
block temperature. The peak is in close contact with the cooling block, so
the maximum sample temperature should not be affected by this. It is also
uncertain whether thermal expansion of the cooling block due to higher
temperatures will be a problem given that we had to cold-tighten it to
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make it leak-tight at low temperatures. Successful local bakeout of the
TPD and QMS chambers has been achieved up to 210 C where it had a
dedicated pumping path via the loadlock. The filament heater is an Osram
150W/15V pin bulb with the protective glass/atmosphere removed to bare
the tungsten filament. A heating current is supplied by a NTN 140-6,5
power supply from FuG Elektronik GmbH modified so it can float at

2kV. A Glassman PS/EK02R300-220 floats the filament at -2kV to
support electron bombardment assisted heating. Since the bias is negative,
electrons are emitted from the filament in all directions. A tantalum foil
(0.05 mm thickness) at the same bias as the filament is used to form an
electron deflector to direct the majority of energized electrons towards the
sample. Sheets of mica are used to ensure that the filament and electron
deflector does not short to ground.

Sample temperature control

Readout of the sample temperature is made with a single channel from a
DI-2008 Data Acquisition System from DATAQ Instruments data collected
at 2000 Hz. Since the data is communicated in minimum packets of 8
points, the effective sampling rate for updated temperature measurements
is 2000 Hz=8 = 250 Hz or every 4 ms. To reduce noise, a digital filter is
applied that makes a simple linear best fit to the data points within the last
140 ms. This simple method seems to work just fine compared to some
FFT-based filters I experimented with. The latter tends to be very
inaccurate at the end points of the data sets, which is the most important
aspect in this application. Python drivers for serial communication with the
filament power supply and sample temperature reader is integrated into a
Python program with a simple terminal user interface. The temperature of
the sample is controlled by a PID loop calculating the error in the system
based on the measured versus desired temperature and modifies the heating
current through the filament as a result. With the most recent
sampleholder design (figures 5.3 and D.7), linear heating from 100 1270K
was achieved at 0.5K/s (figure D.4).
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QMS and sniffer connection

Pumping of the QMS happens via a CF40 bellow to the analysis chamber.
The QMS and sniffer is mounted on a single-axis linear motion drive so the
sniffer can be moved close to the surface and back again as necessary. The
sniffer aperture is 1 mm in diameter and allows a large pressure difference
between the two chambers.

Adsorbent gases are at present dosed by leak valves into the preparation
chamber and, by extension, the TPD chamber. When dosing argon to

1:0 10 ®mbar in the preparation chamber with the sniffer fully raised, the
analysis chamber pressure increases by only 1:5 10 ®mbar. When the
sniffer approaches to within 1 2 mm of a surface, the transmitted amount
of gas rapidly decreases with the distance - see figure 5.4.

5.2.2 TPD sampleholder

The original sampleholder design seemingly worked well enough, but it was
tedious to use and it took a dedicated Master project by Julius Needham to
devote time enough to identify the flaws: '

Despite extensive PID tuning, it was very difficult to achieve a good
linear heating ramp.

The system was so efficient at drawing heat away from the sample
that heating above the 100 400K region was very difficult.

The first solution to this was cutting a window in the bottom of the
sampleholder to provide line-of-sight between the filament and sample. 1
worried that this might increase the minimum sample temperature by some
10 K, but this proved unfounded. The cooling capability of the setup was
largely unchanged, while the heating capability was substantially improved.
The altered flow of heat in the system revealed that we, at times, suffered
from a poor thermal contact between sample and thermocouple. *°*

The sampleholder at this point consisted of a baseplate, a sample, a thin
mask, and the thermocouple block. Assembling this usually meant putting
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the sample in the indentation in the baseplate meant for this. Then the
thermocouple was hooked around the mask, so that it would end up tucked
between the mask and sample surface. The sandwiched layers was fastened
in the front by a M1.6 screw between the mask and baseplate, while a M2.0
screw in the back fastened all layers at the thermocouple block. Fastening
especially the front screw too much could cause the mask to bend away
from the sample near the thermocouple probe and the measured
temperature would in this case represent the floating thermocouple probe
or the mask. The sample would then act as the heating element instead the
heated element making it essentially impossible to control the temperature.

New sampleholder design

To ensure a more consistent thermal contact between the sample surface
and thermocouple, I came up with the design shown in figure 5.3a, where
the different aspects of mounting a sample has been decoupled:

The sample indentation in the baseplate is still 0.5 mm deep, but the
length has been reduced to 14 mm to give more threading for the
thermocouple screw.

The thermocouple block is now attached directly to the baseplate and
its only function is now to ensure the thermocouple circuit for the
sample.

A brace to ceramic block fits around the thermocouple block and into
slits in the baseplate to provide anti-rotation both during mounting
and in case the M2 mounting screw loosens inside the vacuum.

A set of M1.0 threaded holes along the two long edges of the
baseplate provide a means to fasten different objects to the baseplate.

A simple brace has been designed to bridge the sample with a

threaded hole for a M1.0 screw to pin the thermocouple tip against
the surface, and
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Figure 5.3: New TPD sampleholder design (a) with key features identified and
(b) mounted with a glassy carbon sheet (rendered example image) The

indicates the thermocouple probe attached under a fixing screw which is held by
the TC probe brace. (c) image of my spot welding technique for the 0.125mm
thermocouple, and (d) the finished result including the ”pressure cup” of Ta foil.
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a set of braces can be designed to match specific sample geometries
for the purpose of clamping the sample to the baseplate and attaching
a thermocouple.

The prototype for this was made of a tungsten-copper alloy (60/40 at.%)
for its high heat conduction like in the original design®® and has been used
for the preliminary results presented in section 5.4.3.

The thermocouple

The thermocouple block consists of an alumel (K-) and a chromel (K+)
contact embedded in a Macor ceramic block. For the thermocouple tip, I
used 0.125 mm diameter type K wire since this should provide a time
response around 0:1s'%? with a maximum temperature of 590 C°°.

Spot-welding these thermocouples was a little tedious, but the following
method made the task a lot easier for me. First, weld the individual
thermocouple wires to their respective contacts and then flip the contact
block so the wires cross between the electrodes of the spot-welder (figure
5.3c). From here, it is rather simple to adjust where the wires cross, weld
them and snip the excess wire. Applying a short to medium burst of
somewhere between 30 to 40 W s worked for me. Pinning the tip with a
screw, however, was difficult. Mostly, the wire would be caught by the
threading and wind away from the surface instead of being pinned to it. To
circumvent this, a small piece of 0.05 mm tantalum foil was spot-welded to
the thermocouple junction and folded into a ”cup” to catch the screw and
apply pressure on the thermocouple for good surface contact (figure 5.3d).

Once the thermocouple block and braces has been properly fixed to the
baseplate, it only takes a few minutes to loosen the thermocouple pinning
screw, slide the sample out, insert a new one, and then tighten the pinning
screw again.
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Dimensions and restrictions

The sample indentation area is 10x14 mm?. When assembling a
sampleholder there is a few restriction that must not be violated. These are
gathered in the following list and should be checked before loading the
sample into the UHV system.

Nothing must protrude below the baseplate. Otherwise the
sampleholder will not slide in the cooling block or the preparation
chamber manipulator.

The height of attachments put in the two rows of multi-purpose
threaded holes must not exceed roughly 3.1 mm. Otherwise the
sampleholder will not slide underneath the thermocouple contacts on
the cooling block.

Attachments put in the left row of multi-purpose threaded holes has
to leave some space to the edge. The exact clearance is not known,
but the M1.0 flat pan screws used in figure D.7a cleared every stage
just fine. Fixing a brace with a M1.0 nut instead caused the
sampleholder to bump into a contact on the analysis stage. The
maximum size is somewhere between that of the flat pan head and the
long side of a nut.

The height between sampleholder bottom and the thermocouple
contacts should be measured with a caliper as 3:7 0:1 mm.
Otherwise, the contacts on the sample will not connect properly with
the contacts on the cooling block.

From the other restrictions, the maximum height of a sample is about
3.5mm with the extreme heights requiring extra cutout from the
sampleholder bottom and clever braces to hold the sample.
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5.3 Experimental procedure

To perform TPD experiments on this system, I suggest the following
general guidelines concerning degassing the TPD stage, making sure
different experiments can be compared, and managing background signals.

5.3.1 Degassing the stage

TPD is very sensitive to the cleanliness of the surface, so a proper degassing
of the stage is recommended before starting experiments. This is especially
important if investigating a sensitive surface like mass-selected
nanoparticles that you cannot reclean by sputtering with argon if the
surface becomes dirty (in the UHV sense).

Before connecting the liquid nitrogen and with the sample hidden safely in
the analysis chamber, degas the filament carefully up to 5,A (corresponding
to 25,W) without electron bombardment. At high temperatures, tungsten
evaporates in vacuum, so sustaining high heating currents (> 5 A) should be
done with care. With a base pressure of 1:2 10 °mbar in the preparation
chamber, I managed after a degassing to sustain 5 A for ten minutes while
keeping the pressure below 2:5 10 2mbar. The maximum heating current
for the filament during the experiment depends on the type of sample and
the temperatures you intend to reach. The filament should at least be
degassed in ramps up to beyond these currents until the worst degassing is
done. Then with heating current off, switch on the high voltage bias and
ramp the heating current up to degas with electron bombardment active.

When degassing is done and the base pressure is back, connect the liquid
nitrogen to the cooling block. With a decent flow, the TPD stage will cool
down in less than 10 to 20 minutes and will for the duration of the
experiments act as a cryopump. One could use a flow of gas at room
temperature if LN, experiments are not needed.
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5.3.2 Approaching the sniffer for a measurement

When the sniffer is within 1 to 2mm of the surface, the QMS will be highly
sensitive towards molecules desorbing from the surface while any signal
from random molecules in the background is suppressed. The distance from
sample to sniffer also determines how large an area of the sample is probed.
So to get comparable measurements across experiments, the approach of

Figure 5.4: Tllustration of the sniffer approaching method prior to a TPD experi-
ment. CO (mass 30, green) and Ar (mass 40, blue) on left axis, chamber ion gauge
pressure ( ) on right axis. Magnitude of Ar signal through the sniffer is
marked with two red bars: first, with the sniffer raised high to get the maximum
background signal (left inset), second, sniffer approached to the sample until Ar
signal is reduced by 90 % (right inset). Sample data: Pd,Sn on silicon.
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the sniffer has to be systematic. Figure 5.4 shows a CO-TPD experiment,
where the sample is dosed with CO the first 300 seconds while the sniffer is
fully retracted. The CO leak valve is then closed and Ar is dosed by leak
valve until a preparation chamber pressure of 1:00 10 ®mbar is reached.
The argon QMS signal increases by a certain amount (first red bar)
depending on the sensitivity of the mass spectrometer and transmission of
the sniffer. Approach the sniffer slowly until the signal of argon has been
suppressed by a certain amount (second red bar). Remember to take the
background signal into account when calculating how much the argon signal
is suppressed. Close off the argon and wait a few minutes for the signals to
reach the baseline before starting the experiment.

This is the procedure to make sure the sniffer reaches close to the same
distance from the surface in every experiment so intensities can be
compared across different experiments.

5.3.3 Background signals

It is important to know the shape and size of background signals to avoid
getting any false positives of surfaces with none or low signal. A piece of
silicon was mounted in the new sampleholder and loaded in the system for a
measure of the background signals at low temperatures.

First, the dose of CO was varied between 5 to 37 L with the sniffer at
maximum transmission to get a rough uptake curve for the background and
a sense of reproducibility (figure 5.5a). The background has a relatively
intense peak between 100 130K and then a broad weak shoulder at

150 160K consistent with previous observations.'’* Full coverage appears
to be reached somewhere between 5 20L. In figure 5.5b, background
signal is plotted as a function of the sniffer-to-surface distance as measured
by the reduction in argon (m=z = 40) signal. The points of figure 5.5a is
projected onto 0% argon reduction in figure 5.5b since they were recorded
at maximum sniffer transmission. The new points were measured with a
dose of approximately 20 L. as indicated by the color.

Although the shape and intensity of the background varied slightly over the
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4 bShours it took to conduct the experiment, it seems safe to draw some
conclusions from figure 5.5. Raw background signals at full transmission
can have pretty high intensities in the region between 100 130 K. However,
the suppression of background signals is roughly proportional with the
measured reduction of argon dosed deliberately in the background. This
makes it possible to make a claim for the example in figure 5.4 with 90 %
background reduction, that any measured background signal should be on
the order of 2:5 pA (100 % 90 %) = 0:25 pA (based on the inset, figure
5.5). The magnitude of the latter will depend on the state of the sniffer and
the desorption source (likely the copper cooling block and the filament nest)
and the sensitivity of the mass spectrometer. This experiment was made in
the beginning of November, 2020, which is after I had replaced a broken

Figure 5.5: Screening of background M30 signals (C180). (a) Uptake curve with
the sniffer raised to transmit maximum chamber signal. The inset shows the typical
shape of the background signal. (b) Screening ability of the sniffer. 0% reduction
corresponds to the raised sniffer as in (a). Colors represent the dose defined by (a).
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filament with a homemade one in August, 2020 (see appendix A), and after
the electronics controller had to be re-tuned after lending it to another
setup for some troubleshooting. The argument of proportionality should
only be invalid if the sniffer is somehow damaged, though.

Furthermore, the intense backgrounds require a full dose of more than 5L
(corresponding roughly to 3 minutes at 5 108 mbar), so keeping the dose on
the sample below this limit should further suppress the background signal
by a factor 2 or more.

5.4 Results

Here is presented some of the preliminary results acquired with the method
so far. For all experiments, isotope labeled C80 (m=z = 30) has been used
as a probe.

5.4.1 Polycrystalline Cu reference foil

To compare results with the literature, we need a reference sample. To this
end, a 1 mm thick slab was cut from OFHC copper to use as a reference for
polycrystalline copper like Verdaguer-Casadevall et al. did.®® Figure 5.6
shows an uptake curve for this sample after several cycles of sputtering with
1keV argon and annealing to 500 K. During the first annealing cycles, silver
segregates from the bulk to the surface. The sample was clean when I could
no longer detect any signal from Ag in LEIS after annealing and the LEIS
copper peak gave more than 300 kcps after sputter cleaning.

Full coverage is practically achieved beyond 3L as seen in figure 5.6a and
consistent with CO uptake on a cleaned Cu(221) crystal.’’ Figure 5.6b
shows a high-temperature peak at 208 K at low coverages and 202 2K at
higher coverages. A second peak emerges from 158 K down to 140 K. At
very high coverages, a shoulder is seen at 105 K. The general shape
resembles the Cu foil of Verdaguer-Casadevall et al.® although their
high-temperature feature (attributed to defect sites) is measured at roughly
15 K higher temperature. The difference in heating rate can account for
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Figure 5.6: (a) Uptake curve calculated for the CO-TPDs in (b) on sputtered poly-
crystalline copper. Heating rate about 0.5 K/s. For doses larger than 3L, the surface
is close to fully covered. All measurements were done using the old sampleholder.

about 10K (by simulating equation (2.7)) and the remaining 5 K could be
attributed to variations in thermocouple accuracy and thermal contact.
This general shape is therefore considered a good copper reference foil.

While I often got reproducible results on this sample, at times, I also got
reproducible contradicting results on the exact same sample. I came to
think of this as a ”bad” copper spectrum. Foil 1 and 2 in figure 5.7 are thus
the same sample as in figure 5.6 but at different stages along my project.
Regardless of how much argon sputtering I did, a ”bad” copper spectrum
looks as if the entire defect peak is missing and the second hottest peak has
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Figure 5.7:  Comparison of different Cu CO-TPDs. Desorption of C80 on the
left and logged heating rate on the right. Foil 1 is the very first copper spectrum
acquired late 2017 and represents an old ”good” measurement. Foil 2 is the same
sample, but acquired early 2020 and represents a "bad” measurement. No apparent
differences between the two detected by LEIS. The difference is attributed to variable
thermocouple contact in the old sampleholders. A copper thin film mounted in the
new sampleholder is shown for comparison.

very low intensity. This was very frustrating since both LEIS and XPS
claimed a "bad” copper sample was just as clean as a good one, and around
this time we had also struggled to get reproducible EC-MS results on the
copper nanoparticles for paper VIII. With my current knowledge, it seems
fairly clear that a "bad” copper sample is simply one where the
thermocouple has lost its direct contact with the surface. I believe the
”good” copper spectrum reappearing correlates with the sample being
removed from UHV and remounted.

A 100 nm Cu thin film sputter deposited on silicon by Ezra Clark was
mounted in the new sampleholder and is shown in figure 5.7 for comparison
with the previous reference foil. The high temperature peak is very intense
and matches the position of the other sample. The sharp and intense
low-temperature feature is likely an artifact of the heating rate as the PID
loop catches up to the setpoint. Less aggressive PID parameters can
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mitigate this if needed.

5.4.2 Cu nanoparticles

Figure 5.8: CO-TPD of 5 nm Cu nanoparticles at varying projected coverage.
From bottom to top (dark to light): 6 %, 20 %, 50 %, 200 %, 400 %. The 400 % is
offset 3 K to align with 200 %. Acquired on old sampleholders with a heating rate
of 0.5 K/s. Adapted from [*%].

Now that we have a decent reference for polycrystalline copper, we can
explore the desorption from nanoparticles by varying the projected
coverage. Cu nanoparticles of 5 nm sizes were prepared on glassy carbon
substrates corresponding to the studies for papers VII and VIII. Projected
coverage was varied between 6 % and 400 % coverage as shown in figure 5.8.
All sample deposition and subsequent TPD characterization in this
subsection was conducted by Julius Needham. '

Starting at low coverage, there seem to be two main peaks at 120 K and
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150K, and a tailing shoulder at 170 175K. At 50 % coverage, a fourth
shoulder appears at 190 K, which grows in intensity with increasing
coverage. At this stage it is not clear whether the fourth shoulder originates
from special sites at the overlap of adjacent nanoparticles or just certain
under-coordinated sites like corner atoms being present in such small
amounts at low coverages that the peak is below the noise level. At this
point, we often had problems with getting good heating ramps, and it is
entirely possible that some of the apparently distinct peaks are in fact
artifacts of the local heating rate. To improve the heating ability, we cut a
window in the sampleholder to have a direct line between the filament and
sample. This worked wonders for the heating ability, but clearly illustrated
the problems we have had with an unreliable thermocouple contact.
Further experiments seemed like a waste of time until I had come up with a
way of getting reliable temperature measurements (figure 5.3).

When there is better control over the temperature, it would be interesting
to redo some of the spectra of figure 5.8 and see if it looks much different.
With these spectra, we had a focus on reproducibility with regards to the
shape and possible annealing /sintering effects. So every spectrum was
acquired three times per sample. In future experiments, adding some
uptake curves might help elucidate whether the two high temperature
shoulders are two distinct sites from how they fill when increasing the dose.
Also for the low coverage samples, a dilute dose might make it possible to
increase the heating rate to gain the benefit of higher signal, but without
the high temperature peaks being absorbed into the low temperature peaks.
If the shoulders at high temperatures are in fact due to distinct sites on the
individual nanoparticles, they should also be more sensitive to variations in
nanoparticle size selection.

With regards to the original motivation for this project, it seems very clear
despite any thermocouple uncertainties, that the sites from these samples
have lower desorption energies than that of sputtered copper - not higher.
It is therefore doubtful that strong-binding sites like indicated in OD-Cu®’
can be represented with this model system. It may be sites with modified
copper that is responsible for the high binding energies seen for OD-Cu.
Studies by Abild-Pedersen et al. suggest that atomic carbon present at the
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copper surface facilitates a reactive site that dissociates CO.%%1%* It is not
at all unreasonable that carbon would have been present in the study by
Verdaguer et al. If this effect transmits to the reactivity of copper in
ultra-high vacuum, this would make for some nice well-defined UHV
experiments, and could very well explain the CO-TPD spectra of OD-Cu.
For Pd, though, residual carbon seems to weaken the CO binding energy. %
It should be simple calculations for theoreticians to estimate whether this is
likely. It is also still a possibility that the best efforts at modeling the
diffusion through the porous surface of oxide-derived copper was not
sufficient, and the explanation for the CO-TPD spectra could simply be
diffusion and readsorption.

5.4.3 Binary alloy PdSn thin films

This section contains preliminary results to probe whether CO-TPD could
be used to support a project by Ezra Clark where PdyxSny thin films are
sputter deposited on flat silicon substrates. In vacuum, Pd and Sn forms a
bimetallic film in which intermetallic electron transfer from Pd to Sn
modifies the valence band in a way that gives a density of states which
resembles Cu at the right Pd/Sn ratio. On exposure to air, Sn segregates at
the surface to form a passivating oxide layer which can easily be sputtered
away to reveal the bimetallic surface beneath. A similar tactic was
employed by Bai et al. by forming carbon-supported PdSn nanoparticles
via a "modified wetting chemistry reduction method”.*% They report an
almost 100 % faradaic efficiency toward formation of formic acid and
attribute this to the special configuration of Pd in the PdSnO, surface.
They also performed CO2-TPD experiments 300 to 1200 K in which a vague
trend is seen depending on the Pd/Sn ratio. Another study showed that
forming a thin PdSn bimetallic layer on a Rh(100) crystal exhibits a sharp
symmetrical peak at 250 K with 5 K/s consistent with IRAS data that
isolated Pd atoms binds CO weaker than monometallic Pd.'?” CO
desorption from pure Pd is mainly expected in the region between 300 to
550 K 105107198 wwith Matolin et al. reporting an extra peak between 550 to
800K attributed to CO dissociation on sputtered palladium'’?. A similar
study was done on a mixed Pd/Zn system where the high energy CO-TPD
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peak moved down to copper-like temperature. **°

The following experiments were initiated with roughly one month left of my
PhD studies, so I basically had one shot per sample to gather the
information to

test the new sampleholder design using silicon as substrate including
heating to higher temperatures, and

determine if a trend is visible depending on the Pd/Sn ratio.

The results for the individual experiments are presented in chronological
order in appendix D where comments regarding the test of the
sampleholder is made. Here I present the result of the various thin films.

Comparison

Despite new hints about the uncertainty of the thermocouple measurements,
the first CO-TPD spectrum of every thin film is collected for comparison in
figure 5.9. They should still depend roughly the same way regarding the
temperature error as the substrates are of the same type. A trend is clearly
seen where increasing Sn content moves the desorption spectrum towards
the copper region which supports the hypothesis of using these intermetallic
electron transfers to reduce the reactivity of Pd. The CO-TPD spectra for
the different samples shown in figure 5.9 were integrated and is shown in
figure 5.10. The measurement for PdSny and the second measurement for
Pd,Sn are very close to the background level shown in figure 5.5a. It looks
like it a linear fit through zero, will match Pd>Sn and Pd decently whereas
PdSn and PdSny deviates more from this with increasing Sn content. This
could be explained either by difference in how close the sniffer was
approached to the surface after dosing CO, or by the binding energy of the
Pd sites becomes close enough to the adsorption temperature that the
surface is not fully covered with CO when the experiment is started.
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Figure 5.9: Comparison of various thin films on silicon. CO-TPD top and XPS
bottom of the Pd 3d (left) and Sn 3d (right) peaks from survey scans. The Sn 3d
region is extended to include Pd 3p and O 1s. Samples: grey - PdSny, light blue
- PdSn, purple - PdySn, black - Pd, orange - Cu. A trend is seen towards higher
CO binding energies for more Pd content in surface. First measurements used with
heating rates of 1 K/s for Pd,Sn and 0.5 K/s for the rest. Note that PdSn, is only
sputtered lightly with 1 keV He and Pd,Sn is only sputtered 5 minutes with 2 keV
Ar.
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Figure 5.10: Comparison of the total signal from PdxSnigp x thin films on sil-
icon as a function of the nominal Pd content and compared with the Cu thin film
measurements.

5.5 Summary and outlook

LN2-cooled CO-TPD has been implemented in the Omicron UHV system
by designing a dedicated chamber for the technique. Using a sampleholder
that fits into the other analysis stages in the system, it is possible to cool
samples down to 95 to 100K and do CO-TPD - presently using C80O
isotope labeled gas which offers a better sensitivity because of the low
natural background. A few useful procedures for performing the
experiments have been investigated, namely identifying the magnitude of
the background signal and ensuring that different experiments can be
compared.

The work is only just getting started, though, and some preliminary results
were found for a few different systems:

Cu reference foil: It was shown how the setup is able to produce
similar results to the literature albeit with strong indications that the
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surface temperature might be wrongly estimated by up to 15 K.

5 nm Cu nanoparticles were investigated by varying the coverage
from 6 % up to 400 % in order to create a semi-porous system where
overlapping nanoparticles might produce unique binding sites. While
the reactivity of the nanoparticles in general is found to be lower than
for the defects induced in copper foils by argon-sputtering, we do see
a higher-energy peak emerging with increasing coverage. At present
stage, it is not clear whether this peak is just the natural presence of
a low concentration of under-coordinated sites on the individual
nanoparticles being scaled up to a signal that is detectable, or if it is
an effect of overlapping nanoparticles.

PdxSn sputter deposited thin films show a clear trend (despite
small issues with every experiment) where the reactivity of the Pd
atoms decreased when increasing the relative concentration of Sn
atoms in the thin films.

Continuing from here, some further investigation of the temperature
measurements have to be made - preferably on single crystals. A Cu thin
film on glassy carbon will also clarify if the different substrates have an
effect on the temperature measurement or shape of the spectra - which they
should not have except for very thin films. Some of the measurements on
5nm Cu nanoparticles has to be remade with more reliable temperature
control for verification. More dedicated experiments can possibly provide
more insight in the high-temperature peak of the high-loading nanoparticle
samples. On the thin films or single crystals, the cluster source could also
be used to put down a well-defined amount of carbon to test whether or not
this changes the reactivity of copper.

The list could go on, but let it suffice to say that there are plenty of useful
and interesting experiments to continue with as well as some more practical
issues to get under control.
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Conclusion and Outlook

Chapter

My contribution to the projects presented in this thesis has been very
focused on methods, and many details are likely only relevant for the people
in the laboratory in the future. I have really enjoyed working on the UHV
system, and believe that I have left it in a better condition than I
"received” it. To conclude my thesis, the projects presented throughout the
thesis are summarized.

Chapter 3 covered the implementation of rastering the substrate
during deposition of nanoparticles to smooth any variations in the
beam of nanoparticles. With this method, it is possible to ensure a
very homogeneous coverage of nanoparticles across the sample surface.
The downside of this technique is that the coverage is calculated by
the total current that neutralizes the nanoparticles, and since these
are now no longer only deposited on the substrate, extensive
simulation is necessary in order to estimate the correct average
coverage. The implementation involved replacing two manual knobs
for moving the sample with two stepper motors. Daily manipulation
of samples is further simplified via a simple user interface. Depending
on which parameters are critical for their study, future users can now
make mass-selected nanoparticles following one of two methods:

The original method of keeping the sample stationary during
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deposition offers the advantage that the uncertainty on the total mass
loading is extremely low as calculated via the deposition current.
There can potentially be very large variations of the local coverage,
though.

Alternatively, the sample can be rastered, which produces a very
homogeneous coverage across the sample, but add some uncertainty to
the total mass loading.

Chapter 4 covered isotope studies and includes all the catalytic
measurements in this thesis, which comprises two systems for OER
catalysts:

Mass-selected NiszFe nanoparticles were shown to be extremely
stable and active as oxygen evolution catalysts in alkaline media.
Furthermore isotope labeled studies asserted that there was no
exchange of lattice oxygen during OER and any reactions are
therefore taking place at the surface of the catalyst. With could
therefore claim a turnover frequency for our 5.4 nm nanoparticles of
6:2 1:6s ! at 300mV overpotential. This is the highest recorded in
the literature, and was possible because of the strengths of the model
system comprised of mass-selected nanoparticles on a flat substrate.

RuO; and IrO; thin films were investigated as catalysts for OER
in acid. Coupling the sensitive EC-MS setup with a high surface area
RuO3 foam, we detected oxygen evolution down to as low as 60 mV
overpotential, which has never been seen before. Careful calibration
and comparison to sputter deposited thin films show that the intrinsic
activity is roughly the same as the thin films. Next, through isotope
studies, we determine that there is some small amount of lattice
exchange on RuOg, but that it is on a much lower scale than
dissolution processes and that the exchanged lattice oxygen is situated
near the surface only. On a hydrous IrO» thin film, the lattice oxygen
exchange is both larger than for the RuO2 systems and penetrates
deeper into the surface. Furthermore dissolution is only slightly larger
than the lattice exchange. There is still a lot of data that needs to be
assessed for this project to determine trends from outliers, but the
end results should provide some valuable knowledge into the



mechanics of dissolution. Furthermore, I intend to use the experiences
and tools from this project to contribute to the ixdat®® project,
which hopefully will help a lot of people in the future.

Chapter 5 introduced the implementation of another technique:
CO-TPD, temperature-programmed desorption with CO. The project
is still in early phases with details that need to be sorted out and
experimental procedures that need to be perfected. I hope that my
inclusion of details and some of my experiences will benefit future
users at the setup in getting the most out of the technique. Despite
some persisting issues with temperature measurement, I illustrated
the technique with preliminary results on three systems:

A reference Cu foil gives a CO-TPD spectrum comparable with
reports in the literature.

Varying the coverage of 5nm Cu nanoparticles to past the
1 monolayer regime reveals an emerging high-temperature peak which
indicates stronger-binding sites. At present it is not evident whether
this is just the up-concentration of natural under-coordinated sites on
the nanoparticles or due to unique sites from overlapping
nanoparticles.

The binding energies of CO to Pd in PdxSn thin films decreases
drastically with increasing relative Sn content, consistent with similar
studies in the literature. At slightly more than 50 % Sn content, the
binding energies of the surface Pd atoms are similar to those of
sputter-induced defects on Cu.

Future studies include revisiting the measurements on Cu
nanoparticles when the variation on measured temperatures is better
understood, and then variying the size of the nanoparticles.
Especially the low-mass regime will be interesting to probe. Lastly, it
will be very interesting when the reactivity maps of TPD are coupled
with the activity and selectivity of the catalysts in action.
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Recurring UHV Problems

Appendi

Over the cause of my PhD, I have experienced many things breaking - some
of which interrupts the work flow until it is fixed. The list of things include
things nearing its natural end-of-life like the channeltrons for the NanoSAM
detector. Other stuff is electronics related not necessarily old, but suddenly
dying, like one of the power supplies for the preparation chamber turbo
pump, an ion pump controller, failing high voltage supplies for the
TOF-MF, and an X-ray source controller sent for repair several times.
Some things die in direct response to a power failure like the ion gauge
controller for the cluster source.

Some cases of ultra-high vacuum components being worn are related to the
ISE 100 ion gun suddenly acting in an unstable manner giving weird or
vanishing signals in LEIS. This turned out to be because the filament had
suddenly become crooked and sometimes shorting to ground. Another case
was the three screws fixing the final einzel lens in the cluster source to a
flange being slightly loosened over time until it drooped enough that it
would short to ground when the adjacent gate valve was operated.
Similarly, the ball bearings in the magnetically coupled transfer arm
between the two Omicron main chambers worn out and had to be fixed,
while for the X-ray gun the cooling water connection for the anode had
corroded to a point where it had to be replaced while the pump in the
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recirculating chiller for the anode cooling water also died and required
replacement - presumably due to poor grounding control.

These are all fluke incidents, however, that requires a single fix. Here, 1
want to let in on some details on the more recurring problems that took a
lot of time understanding properly which might help future users. This is:

Replacing a broken QMS filament with a home-made one
Fixing the leak current of the deposition stage

Experiences with the magnetron sputter head shorting to ground

A.1l QMS: making your own lament

Replacing broken filaments is usually pretty straightforward and not a
recurring problem as such. I would like, however, to share my experience
with making my own filament using some thoriated tungsten wire we had in
stock in a cupboard. I heard from Daniel Trimarco in the beginning of my
PhD that he fabricated his own filament with success when the EC-MS
QMS filament broke without any spare ones in local stock.

I measured the total length of the broken filament to draw a rough
reference guide on a piece of paper. The braces from the broken filament
was then cleaned and used to support the new filament by spot-welding the
thoriated tungsten wire in a straight segment between the two braces as
indicated in figure A.la. The wire was then bent to produce the middle
part that emits the electrons (figure A.1b). I misaligned the bend a little so
the filament ended up slightly crooked. Not knowing whether or not this
would be a problem, I decided to just mount it and try it out. The filament
is shown mounted in figure A.1d where it extends a little past the Wehnelt
electrode as it should. After a rushed bakeout and degassing step, the
filament appeared to be working fine despite some higher carbon signals
which decreased over time with further degassing. The mass spectrum in
figure 2.3 was acquired some time later with this filament (after retuning
the settings due to other circumstances).
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Figure A.1: Replacement of QMS filament by reusing the braces of the broken
filament and spot-welding a piece of thoriated tungsten wire to them. (a) The
braces with newly attached filament aligned to a roughly drawn reference, and (b)
after bending to the final configuration. (c¢) Image from April 2017 of a broken
yttria-coated iridium filament. (d) Image from August 2020 of the newly attached
filament from (a) and (b). The mass spectrum shown in figure 2.3 was acquired after
bakeout of the filament in (d).

A.2 Depositions: xing leak current problems

Figure A.2 shows the sample stage that is used during depositions. In the
image, it is disconnected from the main manipulator in the preparation
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Figure A.2: Image of the deposition stage where the nanoparticles are deposited
on a substrate. To measure the deposition neutralization current, the entire part
shown in the image is isolated from ground potential by insulating ceramic spacers.
The two ceramic pieces marked by blue arrows are usually the main culprits when
dealing with high leak currents. The red arrows indicate the position of springs that
clamp the sampleholder to the deposition stage.

chamber because the leak current is too high during depositions. Ceramic
spacers are responsible for isolating it from ground, but these can get
slightly dirty which makes them too conducting. ”Too conducting” here
means that a leak current of 50 pA is unacceptable at a bias of 45 V. This
corresponds to a resistance of 45 V=50pA = 0:9 10 Q. This is a pretty
large resistance that can be difficult to measure. In practice, it proved
useful to connect one lead of the electrometer to ground and using the other
lead to probe the ceramics at a bias of 45V while the piece in the image is
still attached to the main manipulator. In this manner, I identified that one
of the two ceramics marked with blue arrows often appeared to be the main
cause of the increased leak current. While the conductivity usually
decreases when venting the chamber because the contaminants oxidize, I
advice to disassemble the stage and clean all the ceramic pieces for the
most stable result. This can be done efficiently by beading them on a thick
stainless steel wire and blasting them with glass beads.

The source of the increased leak current appears to be contaminants on the
ceramics from when the deposition stage has been used for sample
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annealing (which is why the sample in figure 4.13 was only heated to

300 C). I believe that this only poses a problem when heating is done at
high enough temperatures for extended times so the temperature of the
main part of the manipulator crosses some threshold and starts desorbing a
lot of contaminants.

A second problem related to the deposition stage in figure A.2, is the
springs marked with red arrows that clamp the sample holder to the stage.
These get loose over time after which the samples will slide out of the stage
when rotating it for sputter cleaning or depositions.

A.3  Depositions: shorting magnetron sputter head

Having to fix the leak current is time-consuming but straightforward to do.
The most frustrating and recurring problem I have encountered during my
work with Omicron and the cluster source, is after changing target when
the magnetron head sometimes shorts to ground. The elements comprising
the magnetron sputter head assembly is illustrated in figure A.3. The high
voltage for the plasma control is applied to the magnetron sputter head on
which the target is attached. The magnetron head is attached to the flange
via the cooling water feedthroughs (arrows #4 in figure A.3c) which isolates
it electrically from ground. The magnetron sputter head is surrounded by a
chimney which is grounded through the attaching flange.

There are three possible ways for the magnetron sputter head to short.
Two of them is caused by the very narrow gap between the magnetron
sputter head and the chimney, which has to be small in order to ignite the
plasma, I believe. The gap is indicated by arrow #2 in figure A.3b, where
the head of the chimney is removed. Small particles can sometimes get in
there and bridge the gap. This type of short can often be circumvented
without breaking the vacuum by connecting the leads of an external power
supply to ground and the magnetron lead. If a high enough power can be
applied, it is possible to burn through the particle. The alternative short is
caused by the chimney not being properly fastened so it moves slightly
during deposition conditions and shorts the magnetron sputter head by
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Figure A.3: Tmages of the magnetron sputter head at various stages to highlight
the areas that can cause a short circuit in the magnetron. (a) backside of the
fully assembled magnetron head, (b) the front of the magnetron with the head of
the chimney removed. The blue arrow (2) shows the narrow gap between chimney
at ground potential and magnetron sputter head at high voltage. (c) the fully
disassembled sputter head with schematics drawn to indicate how the sputter head
is assembled.

direct contact. This problem is difficult to against while the vacuum is
broken, since everything can seem fine, from atmosphere to UHV and across
the bakeout and cooling the aggregation zone down to 77 K. Then 10
minutes into tuning for deposition conditions, the magnetron shorts. When
the aggregation zone later heats up again, the short circuit is gone. I
believe this has to do with the chimney being able to twist slightly when
some components are cooled while others get heated. The narrow gap is
slightly asymmetric, which makes it difficult to align properly. The last
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time I changed target during my PhD, I jammed a small piece of insulating
Mica in between the gap on one side in an effort to prevent any risk of
twisting while in vacuum. With the fixing screws barely tightened, I was
not able to twist the chimney. With this setting, I experienced that I had to
go to a higher sputter power (25 to 30 W) in order to ignite the plasma.
Once it was started, however, the sputter power could be tuned down again.
Aside from this detail, the solution seemed to work just fine.

If in doubt whether the short is caused by the chimney, remove it
completely and measure the resistance between the magnetron sputter head
and the flange in figure A.3c. The resistance should be on the order of

1 MQ or more, but is sometimes as low as 100 k€2 which is dominated by the
conductivity of the magnetron cooling water. This can be easily
disconnected at the quickfittings at arrow #1 in figure A.3a to measure a
resistance that is purely across the ceramic feedthroughs. Typical working
conditions of the magnetron sputter head would be about 200V to sustain
a plasma current about 100 mA. At a resistance of 100k, the leak current
would be on the order of 2mA. This should not pose problem unless the
leaking current induces a higher conductivity along its path. If the ceramics
are dirty, then they have to be cleaned, e.g. by blasting them with glass
beads (just be careful not to damage knife edge on the flange or the
feedthroughs). This type of problem could arise when the valves on the
argon line has been closed for one reason or another, and the magnetron is
started without the user remembering to open the valve first. When the
stream of argon dies, the magnetron plasma controller will ramp the voltage
up to 1000V in an effort to sustain the plasma. Since the ceramic parts of
the feedthroughs are in air, sparking could be induced across the ceramics
which leaves them more conducting. Especially if the humidity is high in
the lab at the time. I have seen that the ceramics can go from a resistance
too high to measure with a digital multimeter to 1002 or less when
deliberately wetting the ceramic with water or ethanol. Once sparking
across the ceramics happens once, the magnetron sputter head is much
more likely to short through this mechanism.

I have also seen an object in one of the feedthroughs between the
magnetron sputter head and the flange that is movable when the ring of
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magnets is removed (arrow #5 in figure A.3c). I believe this is some broken
part of the feedthrough or an insulating spacer. While its position did
influence the resistance measurements, I do not believe it can be the source
of a short circuit.

Lastly, not related to shorting the magnetron sputter head: red arrow #3 in
figure A.3b shows the effect of not assembling the ring of magnets correctly
after removal so the plasma is not contained on the target. The magnets
should all have their field lines pointing in the same direction. This means
that the last slot of magnets is difficult to fill, since you have to push the
magnets against the field lines of the almost complete ring. Thus when
doing it right, it feels like you are inserting the magnets facing the wrong
way.
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Sputter Rate Calibration
on RuO» Thin Films

Appendix

A reference sample was dedicated to a depth profile in order to calibrate the
sputter rate for the RuO; thin films in chapter 4 and verify the assumptions
of section 2.1.1. The sample was a thin layer of RuO2 on TiO2 on Si.
Compared to the calibration sample in figure 4.6, a system such as this
should enable us to more clearly identify the transition regions of the
various layers. Unfortunately, the exact (nominal) thicknesses of these
layers are unknown as things were quite hectic around that time and the
records concerning the synthesis has been lost. A record around the time of
synthesis details a sample of 10nm IrO2 on 5nm Ti on Si, but this reference
sample clearly consists of a ruthenium layer. The layers should have been
thin for the depth profile and it probably was intended as 5 or 10 nm RuO
on Hnm Ti. I recall mention of some uncertainty during the synthesis
conditions that maybe the ruthenium layer was twice as thick as intended.
In hindsight, the sample should just have been discarded and a new one
prepared, but at the time we were pressed for time and tunnel visioned on
the planned experiments. The depth profile was completed as shown in
figure B.1 with integration of peaks done similarly to the experiment in
figure 4.6. Since thin films gives more consistent signals, the intensities in
figure B.1 are the absolute values of the integrated peaks and not relative.
It took around 450 minutes of 1keV argon sputtering to reach the titanium
layer and 600 minutes more to reach the silicon layer. With the assumptions
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from section 2.1.1, this corresponds to 12.8 nm Ru(Oz) and 9.9nm Ti(O3).
Despite the uncertainties of thickness mentioned before, I am quite certain
that the ruthenium layer is minimum 5 nm thick and at most 25 nm thick
with the titanium layer probably 5 to 10 nm thick. The only conclusion
that can be drawn from this is that the assumptions from section 2.1.1 seem
to be correct within a factor 2 as was also claimed in the previous section.
20 minutes 1keV argon sputtering should therefore still be minimum a
monolayer and may be as much as four monolayers. For better accuracy,
another well-defined reference sample is needed and/or a more thorough
investigation of sputter rates of oxides relative to pure metals.'*

Figure B.1: Sputter depth profile using 1keV Ar tracking the integrated region
signals corresponding to oxygen (red), silicon (gray), titanium ( ), and ruthenium
(black) versus sputter time. The crossover between layers are indicated with bars
at time t = 450 minutes and t = 1050 minutes. The depth indicated at the top
is calculated from the sputtering time following the (metallic) assumptions from
section 2.1.1. Note: the channeltrons in the detector were replaced between the 5th
and 6th data points explaining the sudden change in intensity.
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Figure C.1: NigFe nanoparticle TEM analysis procedure in ImageJ software. Raw
image (a), bandpass filter (b) to remove background noise, Otsu thresholding algo-
rithm (c) to detect the edge of nanoparticles, and the final outline of nanoparticles
overlaid on the raw image (d). (e) shows such an outline overlaid on the filtered
image (top half) and raw image (bottom half). The 2 deviation of the fitted dis-
tributions are marked with a black bar in (e) for reference.
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Figure C.2: Identical location HRTEM before (a) and after OER, (b), and repre-
sentative EDX line scan of a particle before (¢) and after OER (d).
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Figure C.3: EC-MS calibration for oxygen isotope experiments corresponding to
Procedure a in figure 4.5. (a) Raw EC-MS CVs of OER on 6.7 nm particles in H32O.
(b) The second half of the experiment in (a) where oxygen is evolved in constant
current steps for calibration of the ratio between the oxygen isotopes. (c) 20,
(green) and 80O (red) from (b) rescaled to show the linearity between them,
and (d) the integrated OER current vs. the integrated MS signal showing a linear
response.
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Figure C.4: XPS Ni2p (left) and Fe 2p regions (right) of 20 labeling of nickel-iron
particles for Procedure ¢ in figure 4.5. 22 % NizgFe deposited on a sputtered Au stub
and then annealed in 0, in UHV without being exposed to air. Metallic nickel is
still visible after UHV oxidation. Reference lines from [*°]
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Figure C.5: LEIS of a NigFe sample after OER - 1keV He™ at 1mA emission
current. First scan in black, then two consecutive scans after 4 minutes of sputtering
at 10 mA emission current to clean the sample of adventitious carbon.
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Figure C.6: Example of overview of samples/data by plotting the 00 /80 content
for each sample. Shown here is all the data sets for the sample series ”Easter”.
Insets shows the corresponding deconvolution of peaks for selected data points.
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D.1  TPD experiments on thin Ims

Included here is a presentation and discussion of the individual samples
investigated for the PdSn study presented in chronological order. I want to
include this as a basis of details for figure 5.9 and 5.10 since the
experiments were conducted in a series within 1 - 2 weeks as my very last
experiments to test the new sampleholder design. These experiments
illustrate some of my experiences during TPD measurements and indicates
that there are still issues. This way of presenting it, however, broke the flow
in the main chapter and so I give it here instead.

All the thin films are prepared by Ezra Clark with a film thickness of
100nm. A 10nm Ti binding layer is between the main metal and the silicon
substrate.

D.1.1 Cu thin film
Before testing the PdSn films, a copper thin film was sputter deposited on

silicon to verify that we could produce a representative copper spectrum on
this substrate. The sample was sputter cleaned with 2 keV argon for 15
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Figure D.1: TPD spectrum (upper left) of >5L 2C*0. Heating rate is 0.5K/s.
The ramps, in chronological order, were heated to 320K, 320K, 770 K, and 270 K.
The measured heating rate is indicated by the black lines - steady-state rate: 0.5 K/s.
The second ramp looked identical to the third ramp. LEIS spectrum (upper right)
and XPS survey (bottom) show the copper surface after the 4th TPD experiment.
Small amounts of carbon visible with XPS. LEIS reveals surface impurities below
the detection limit of XPS. The grey lines indicate the calculated masses from left
to right: 16, 28, 45, 63.5, 108, 184.
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minutes (4 to 5 A sample current) prior to dosing CO for the first TPD.
Based on previous investigations of this sample type, the only surface
contaminant I need to remove, would be adventitious carbon and a thin
layer of native oxide. The mentioned treatment should remove most of this.
For the desorption spectra shown in figure D.1, the sample was dosed with
more than 5L at 94 K. The sniffer was approached for a 75 % background
reduction.

The first ramp has a very intense sharp peak at 200 K. The sharpness of the
low temperature feature and the shoulder on the following peak could in
principle be artifacts of non-uniform heating rate. The measured heating
rate is plotted in black for each spectrum. While variations in the heating
rate from 100K to about 160 K are visible, the measured variations do not
align with the changing signal. An explanation for this could be that the
thermocouple tip does not have sufficient contact to the surface or has too
much thermal contact with the pinning cup and screw. This would also
help explain why our peaks seem to consistently lie at lower temperatures
than the literature.

The spectrum changed shape after the first desorption spectrum heating to
320 K and after the third desorption spectrum heating to 770 K. The second
scan heating to 320 K looked identical to the third scan. After annealing at
770 K, the peak corresponding to defects is much smaller and shifted left by
about 5 K.

For this specific sample, a LEIS and XPS spectrum was only recorded after
the TPD experiments as shown in figure D.1. XPS only indicates a small
amount of carbon contamination, while LEIS further indicates the presence
of oxygen, and some heavier elements that might be silver and tungsten
(silver as a common bulk contaminant, and tungsten from the sampleholder
during sputter cleaning). LEIS with helium ions do not provide enough
resolution to identify these trace contaminants as other than 4d and 5d
transition metals. Marked with grey lines, is also what could be a small
silicon peak and titanium, which are both present beneath the thin film.

Besides characterization at more stages, I would have liked to resputter the
film after the fourth run to see that the foil returns to the shape of the first
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or second desorption spectrum.

D.1.2 PdSn

Figure D.2: CO-TPD on PdSn thin film on Si. Numbers indicate which order the
spectra were recorded in. After ramping to 373 K, the high-temperature peak moves
down. Ar-sputtering and annealing afterwards reproduces the spectra. Heating rate
0.5K/s.

Figure D.3 shows the results of a PdSn film that was prepared by 20
minutes sputtering with 2keV argon ions. The sample was dosed about
30L CO and the sniffer was approached to 75 % background reduction. The
first two scans look largely identical with the annealing temperature being
300 K. The high temperature peak position is just below 200 K (the same as
our polycrystalline copper reference), but has a slowly decaying tail that
only dies down shortly before room temperature. Annealing to 373 K
during the second ramp causes this high temperature tail to shift down.
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Figure D.3: First CO-TPDs (upper left) on PdSn. After annealing to 373 K (3rd),
the high-temperature peak moves down. Dashed line indicates 273 K. Heating rates
0.5K/s. LEIS (upper right) and XPS (bottom) shows the sample sputter cleaned
20 minutes with 2keV Ar before TPD experiments (blue) and before removing from
the UHV chamber (brown). No significant differences.
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This effect was explored more closely the following day and is shown in
figure D.2. For this, the sample was recleaned by sputtering extensively
with 1keV He ions, dosed by 7L CO, and the sniffer approached to block
75 % of the background to verify I got the same signal as the previous day.
I then did two scans where I dosed first 0.2 L and then 0.7 L to probe the
high temperature peak in the dilute phase. This peak behavior could be
indicative of dissociative desorption or a strong coverage-dependence for the
heat of desorption. It should be possible to distinguish between the two
with equation (2.7) since dissociative desorption should depend on the
coverage squared. Annealing to 373 K shows that the high energy peak
shifts down from 220 K to 205 K - based on the lowest coverage peak. By
resputtering/annealing, I get a completely reversible process. I ended the
experiment by sputtering with 1keV He ions to see whether they induced
the same defects in the sample. While the desorption peak does shift to a
higher temperature, it does not shift as much as for argon sputtering. One
would need to sputter it for longer to see if that would increase the shift. If
no further shifting occurs, then it would hint at some weaker defects than
produced by 2keV argon ions. The first desorption peak showing the
"strong” defect sites, had not been annealed since the experiments of the
previous day, so it is possible that these will have survived.

XPS and LEIS in figure D.3 show no contaminants on the surface after
these experiments except for a small persistent oxygen shoulder in LEIS.

D.1.3 PdSn;

This sample showed such a weak signal at temperatures below PdSn that I
decided to do a thorough background test on clean silicon, the results of
which was used for figure 5.5. As the spectra are mostly background, they
are not included in the comparison in the main chapter. Another reason for
not including it is that I did some high temperature experiments after
which the sample was clearly discolored (see figure D.7b) and both ISS and
XPS showed large amounts of silicon present at the surface and only small
amounts of Pd and Sn. In order to track desorption of argon (mass 40), I
ended up ramping the sample up to 1273 K at which point the temperature

142



D.1. TPD EXPERIMENTS ON THIN FILMS

Figure D.4: CO-TPD on PdSn; thin film. CO signal on left axis, and Ar signal at
higher temperatures on right axis. The stop temperature was progressively increased
to probe the argon signal. The sample likely broke under the thermocouple around
1270 K.

control seemed unstable. I think this point is where the sample broke under
the thermocouple contact point. The argon ramps are shown in figure D.4
along with the best CO-TPD spectrum of PdSn,.

D.1.4 Pd

Figure D.5 shows a Pd thin film that was sputtered 10 minutes with 2keV
Ar ions. The film was given doses of CO larger than 5L for full coverage.
At this point, I had realized the correct way to determine the approach of
the sniffer via figure 5.4, so the sniffer was approached to 90 % background
reduction for the following experiments (as compared to 75 % previously).
The first ramp runs at 0.5 K/s, but breaks shortly after 500 K due to
induced oscillations in the temperature ramp. Not sure why it became
unstable before, I changed the second ramp to use 1.0 K/s which reached
the target 720 K smoothly (see figure D.8 for an example of the data
resolved in time). Both desorption spectra show a high temperature peak at
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Figure D.5: CO-TPDs (upper left) on Pd at 0.5 and 1.0K/s for the first and
second run, respectively. LEIS (upper right) and XPS (bottom) shows the sample
before (black) and after TPD (brown). The black line in LEIS is before sputtering.
Si is clearly visible afterwards in both XPS and LEIS, while a small amount of Sn is
also visible in XPS. Masses for oxygen, silicon, palladium and tin marked with grey
lines in LEIS.
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390 K, which is about 100 K less than expected. %>

XPS and ISS afterwards show signal from silicon and tin - both of which
are diminished after sputtering with argon ions. The Sn should not be there
and is probably a cross-contamination from the previous high-temperature
ramps, which likely evaporated some of the Sn in the thin film.

D.1.5 Pd,;Sn

Figure D.6 shows the Pd,Sn film sputtered 5 minutes with 2keV Ar ions
after which it still shows some oxygen being present (LEIS)c. The sample
was covered fully with CO (> 5L) and the sniffer was approached to 90 %
background reduction. Heating rates are 1.0 K/s.

The first desorption spectrum shows a large peak at 190 K with a
prominent shoulder continuing well into the room temperature region.
After 600 K, there is some serious degassing in the background causing most
signals to increase, and just before 700 K the temperature oscillates out of
control. The subsequent scan is about a third of the intensity of the first,
and the shape of the spectrum looks very much like the first one except for
being squashed to lower masses. Again, this could indicate a bad
thermocouple contact. Sometime during the two TPD runs, the sample
broke in a line where the thermocouple tip touched the surface. There is a
high probability that this happened towards the end of the first ramp, since
I did have problems then, and a broken sample would explain the bad
thermocouple contact of the second ramp. An image of the sample after the
TPD spectra were acquired is seen in figure D.7a. LEIS after the second
ramp, however, shows a less intense Pd/Sn peak, and XPS shows a slightly
higher Sn concentration. So Sn enriching the surface coupled with
contaminants from degassing covering part of the surface could also explain
the intensity and position of the second scan. In this case, the high
temperature feature of the second scan might be due to a mono-metallic
phase of Pd. The high temperature feature in the first scan is attributed to
general degassing in the TPD chamber.
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Figure D.6: CO-TPDs (upper left) on Pd>Sn at 1.0 K/s heating rate. Desorption
extends above room temperature. For the first scan, the increasing signal towards the
end of the run is due to heavy desorption in the background. This may also be why
the second run has so low intensity. LEIS (upper right) and XPS (bottom) before
(purple) and after (brown) CO-TPDs. The Sn/Pd ratio is significantly larger after
the two TPD spectra. No contaminants detected measured after the experiments
despite the visual change in figure D.7. Masses for oxygen, argon, palladium and tin
are marked in LEIS with grey lines.
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D.2 Additional gures

Figure D.7: Visual inspection of samples after CO-TPDs. Pd,Sn (a), PdSny (b),
and two Cu (c) thin films on silicon are all miscolored to varying degrees after TPD
experiments. The arrow in (a) indicates a 1 mm diameter imprint left by the sniffer.
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Figure D.8: Example of TPD heating rates on Pd. As function of time: CO
(mass 30, top), temperature (middle), and back-calculated heating rate (bottom).
Set heating rate: 0.5K/s for 1st run and 1.0K/s for 2nd run.
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Appendix

Papers I1, II1, IV, V, VI are appended here. Papers V and VI are presently
being drafted and are only included as abstracts.
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Impact of nanoparticle size and lattice oxygen on water oxidation
on NiFeOxHy,

Claudie Roy, Bela Sebok, Sgren B. Scott, Elisabetta M. Fiordaliso, Jakob
E. Sgrensen, Anders Bodin, Daniel B. Trimarco, Christian D. Damsgaard,
Peter C.K. Vesborg, Ole Hansen, Ifan E.L. Stephens, Jakob Kibsgaard, and
Ib Chorkendorff

Nat Catal 1, 820-829 (2018)
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Particle Size Effects on Platinum Dissolution: Considerations for
Accelerated Stability Testing of Fuel Cell Catalysts

Daniel J.S. Sandbeck, Niklas M. Secher, Florian D. Speck, Jakob E.
Sgrensen, Jakob Kibsgaard, Ib Chorkendorff, and Serhiy Cherevko

ACS Catal. 2020, 10, 6281-6290
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The Dissolution Dilemma for low Pt Loading Polymer Electrolyte
Membrane Fuel Cell Catalysts
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Quinson, Jakob E. Sgrensen, Jakob Kibsgaard, Alessandro Zana, Francesco
Bizzotto, Florian D. Speck, Michael T.Y. Paul, Alexandra Dworzak,
Carsten Dosche, Mehtap Oezaslan, Ib Chorkendorff, Matthias Arenz, and
Serhiy Cherevko
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Paper V

Paper V

Kinetics of oxygen evolution in acid on RuO2 down to 60 mV
overpotential

Reshma Rao, Sgren B. Scott, Choongman Moon, Jakob E. Sgrensen, Jakob
Kibsgaard, Yang Shao-Horn, and Ib Chorkendorff

In preparation

Abstract

Ruthenium and ruthenium dioxide are the most active catalysts for
water oxidation in acidic electrolyte, but the exact activity at low
overpotential can be difficult to measure accurately due to the high
pseudocapacitance. Herein, we apply electrochemistry - mass spec-
trometry (EC-MS) to measure the oxygen produced by the oxygen
evolution reaction (OER) on sputter-deposited RuO2 and electrode-
posited Ru foam. Both of these materials show higher normalized
activity than single crystals, implying an undercoordinated active
site. Due to the unprecedented sensitivity of our EC-MS method,
we are able to extend the activity trends of ruthenium-based elec-
trodes to extremely low current densities, down to a turn-over fre-
quency (TOF) of 5e-4 s-1 at 60 mV overpotential. We show that the
potential-dependence of the TOF, i.e the Tafel slope, goes through
three regimes. The OER activity at low overpotential (Uj1.35 V vs-
RHE) shows the steepest potential dependence of 20 mV/decade,
which had not been seen before. We explain as the result of a
potential-dependent coverage of the surface motifs that participate
in the rate-determining step.
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Paper VI

Paper VI

Comparison of lattice oxygen evolution and metal dissolution in
RuO2 and IrO2 films at low overpotential

Reshma Rao, Sgren B. Scott, Choongman Moon, Jakob E. Sgrensen, Jakob
Kibsgaard, Yang Shao-Horn, and Ib Chorkendorff

In preparation

Abstract

Improved understanding of catalytic and degradation mechanisms
can help to optimize oxides of ruthenium and iridium for water
oxidation in acidic electrolyte. Here we prope degradation and
catalytic mechanism by dissolved metal detection with inductively
coupled plasma mass spectrometry (ICP-MS) and by isotope la-
belling studies coupled with electrochemistry - mass spectrome-
try (EC-MS). Fully quantitative experiments using these two tech-
niques allow us to compare the absolute number of metal atoms
dissolved to the number of lattice oxygen atoms incorporated in
the O2 evolved on a number of sputter-deposited RuO2 and IrO2
films, as well as electrochemically oxidized Ru and Ir films. Lattice
oxygen was comparable to or slighly greater than metal dissolution
for a number of iridium-based samples, though they were more sta-
ble than ruthenium-based samples on both measures. Ruthenium-
based samples always showed much higher metal dissolution than
lattice oxygen evolution, but the lattice oxygen evolution signal has
a potential dependence matching that of OER activity rather than
that of metal dissolution, implying the two phenomena occur by
distinct mechanisms. Importantly, lattice oxygen was in all cases a
tiny portion of the total oxygen evolved and thus at most a minor
contribution to the electrocatalytic mechanism.
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